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ABSTRACT 

Ceramics have played an evolving role throughout human history, with the earliest known 

fired clay figurines dating back to 29,000-25,000 BCE in what is today the Czech Republic. 

Such examples of porous, low-fired potteries transitioned into vitreous and heat-resistant 

porcelain with the advancements of kiln technologies, which steadily grew to reach 

temperatures up to 1270 °C by the time of the Song Dynasty (960-1279 CE). In the modern-

age, furnaces technologies have become exceedingly more sophisticated, reaching ultra-high 

temperatures of up to 3000 °C with dedicated calibration systems. With the advancement of 

firing technologies came the advancement of materials processing methods, which have 

transformed the role of ceramics in everyday applications: from ceramic fibers used in tennis 

racquets, to ceramics used in space shuttle tiles and even in artificial joints. Indeed, ceramics 

are candidate solutions to the most stringent material problems faced today, including high-

temperature applications like electric propulsion and turbine engine systems. However, in 

order to improve the long-term use and sustainability of ceramics, it is essential to evaluate 

both their performance and their eventual degradation from mechanical wear and chemical 

erosion. 

 

This work explores the processing-microstructure-performance relationship of ceramics to 

better understand the performance and degradation mechanisms of ceramic surfaces. This 

relationship is investigated using a series of material case studies, including (i) advanced 

high-temperature ceramics composed of h-BN rich composites, and (ii) historic ceramics, 

ranging from low-fired pottery to porcelain. Details are provided for the design and 

manufacturing of novel high-performing ceramics, while simultaneously referring to 

ceramics of the past to understand how their surfaces have altered over their lifetime. 

Highlights of this work include [intentionally redacted due to temporary embargo]; self-

healing strategies from AlN/BN composites; DFT-supported analysis of pottery corrosion in 

acidic soils; and nanoscale processing of historic porcelain glazes. These analyses provide 

us with an opportunity to learn from materials of the past to create more sustainable materials 

for the future, with an emphasis on ways of mitigating degradation by controlling processing 

conditions and environmental exposures. 
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C h a p t e r  1  

INTRODUCTION 

1.1 Ceramics Throughout History 

Materials have played a defining role in the advancement of human civilization. Take for 

example the evolution of the ordinary hunting tool. Initially crafted from stone and bone in 

the Paleolithic, it was later replaced by bronze and iron with the progression of 

metallurgical technologies spanning up to 1200 BCE [1]. The role of ceramics has similarly 

evolved throughout human history, with the earliest known fired clay objects being from 

29,000 to 25,000 BCE. An example of this is the Venus of Dolní Věstonice seen in Figure 

1.1. Interpreted as a symbol of fertility, this figurine was uncovered in what is now known 

as modern-day Czech Republic.  

 

Figure 1.1. Image of Venus of Dolní Věstonice. Original image of object by Don 

Hitchcock, published by Jessica Liew, and under the Creative Commons BY-NC-SA 4.0 

International License. 

Records on the fabrication method and technologies used to create the figurine became lost 

over time. However, by carefully evaluating the object using scientific analyses, details on 

the sintering mechanism of the Venus of Dolní Věstonice were discovered, providing 

context on the kiln technologies of the time [2]. Vandiver et al. created replications of the 

figurines using loess (a clastic sediment) retrieved from the same geographic location as 



2 

 

the original object [2]. Using a combination of microscopy, chemical analyses, 

fractography and thermal shock analyses, Vandiver et al. established that the firing 

temperature of the highly porous clay figurines was between 500 °C and 800 °C, indicative 

of early versions of earthenware.  

Unlike degradable organics, the relative durability of ceramics makes this material 

essential for understanding the technologies of ancient civilizations and their progression 

into the advanced ceramic world that we are familiar with today. Nevertheless, as we move 

forward it is worth remembering that ceramics are not immune to chemical and mechanical 

degradation, and that their microstructure, composition, and mechanical properties can still 

be impacted by environmental changes and wear over time. This thesis seeks to investigate 

the relationship between ceramics and their surface characteristics, their processing and 

use and ultimately, their degradation in order to better understand the performance of both 

modern-day advanced ceramics as well as historic ceramics, and to aid in their 

sustainability.  

 

1.2 Processing Methods for Ceramics 

1.2.1 Historic Ceramics 

Early ceramics, from about 2200 BCE to the 20th century, can be broadly categorized into 

one of the following types: earthenware (a type of low-fired pottery), stoneware, and 

porcelain. This classification largely depends on the firing temperature of the piece, a 

fundamental factor that influences the chemical and microstructural composition of the 

ceramic. The ingredients used in the production of ceramics largely consisted of naturally 

derived aluminosilicate minerals, such as clays, feldspar, and mica, as well as silicates like 

quartz [3]. Kaolinite (Al2Si2O5(OH)4) in particular is a clay mineral that is an essential 

ingredient in pottery making. It is a phyllosilicate that facilitates the clay-forming and 

molding process for the artist, due to its sheet-like, highly absorbent structure that allows 

sheets to slip past each other when the clay is moistened, as a result of water molecule 

incorporation in between the aluminosilicate layers. Once dried, the sheets become bonded 
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to each other through hydrogen bonds, allowing the piece to maintain its shape for the 

firing step.  

Quite different to modern day furnaces equipped with electronic control systems, kiln 

technologies originated from hand-crafted underground trenches and pit fires. For example, 

during the Song dynasty in the 12th century, dragon kilns were built on hillsides, measuring 

around 30 m in length and 2 m in width [3]. The kiln’s firebox was located on the lower 

end of the hill, allowing heat to rise to the top of the sloping kiln. The insides of the kiln 

were filled with lined up saggar-enclosed pieces, positioned within set distances from the 

firebox depending on their desired firing temperature.  

 

Figure 1.2. Photograph of excavated floor of a dragon kiln from the Southern Song 

dynasty, Hangzhou, China. Published by Michael Gunther, and under the Creative 

Commons BY-SA 4.0 International License. 

Calibration of firing temperatures was rather rudimentary and relied on the craftsmen’s 

expertise, or by tracking the color of the burning flame. For reference, low-fired pottery, 

porous in appearance, is produced at temperatures below 1000 °C, while increasingly dense 

and vitreous bodies, like porcelain, can be made at firing temperatures approaching 1400 

°C where clay decomposes into mullite and silica glass. Reducing atmospheres during 

firing could be achieved by burning rosemary or smoking substances that would enable a 
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non-oxidizing environment, a technique that was widely used to produce lustrous ceramic 

surfaces from as far back as ninth century CE Mesopotamia [4,5], demonstrating the 

historic ingenuity of ceramic processing technologies. 

1.2.2 Advanced Ceramics 

In the modern age, the necessity for high-temperature resistant and functional materials has 

transformed the role of ceramics in everyday applications: from ceramic fibers used in 

tennis racquets [6], to ceramics used in space shuttle tiles [7] and even in artificial joints 

[8]. Each application requires its own portfolio of material properties and demands, which 

can be fulfilled by the choice of chemistry, processing method, microstructure, and defects. 

As such, a palette of ceramic options and combinations can be considered as candidate 

solutions to the most stringent material problems faced today.  

1.2.2.1 High-temperature Ceramic Coatings 

One such challenge is the development of high-temperature ceramic coatings, which are 

typically desired to protect substrates from oxidation or corrosion or to provide a functional 

element to the surface of a material. Such high-temperature coatings are particularly 

necessary for protecting materials rich in carbon, such as C/C composites [9], composites 

reinforced by carbon fibers [10], and graphite substrates [11], which can easily oxidize at 

temperatures above 400 °C. In the past, these protective coatings have been produced from 

plasma-sprayed material combinations of SiO2 [12–14], SiC [13], ZrO2 [12] and Al2O3 

[13,14], which have proven to mitigate oxidation up to 1800 °C [10], by acting as a resistant 

barrier that limits the diffusion of O2 to the substrate. Additionally, ceramic coatings can 

provide a functional component to the material. An example is coatings of hexagonal boron 

nitride (h-BN), frequently used in SiC/SiC ceramic matrix composites as an interphase 

material that toughens the composite by facilitating crack deflection towards the h-BN 

coating and not the reinforcing fibers. This oxidation resistant, dielectric ceramic coating 

is typically prepared via chemical vapor infiltration [15], or atomic layer deposition [16], 

to produce coatings on the order of 1 to 100 nm in thickness.  
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1.2.2.2 Ceramic Composites 

Apart from coatings, a separate way of combining one or more ceramic materials is through 

the preparation of ceramic composites. Such materials usually comprise of a base matrix 

material and a reinforcement material. In the case of SiC/SiC ceramic matrix composites, 

the matrix material is SiC, and the reinforcement are acicular SiC fibers, shown in Figure 

1.3. In fact, fibers [17], whiskers [18,19], or nanotubes [20] are typically featured as 

reinforcement fillers in composites due to their high aspect ratio that enable their high load 

bearing capacity, further shown in Figure 1.3.   

 

Figure 1.3. Examples of ceramic composites: a) Micrograph of oxidized SiC/SiC ceramic 

matrix composite, showing SiC fiber and SiC matrix with h-BN interphase, b) close-up 

showing borosilicate oxide. Reprinted with permission from Opila et al.[17], © John Wiley 

and Sons (2015). c) Micrograph of aluminum matrix reinforced with Al18B4O33 whiskers 

and WO3 particles. Reprinted with permission from Feng et al.[19], © Elsevier (2009). d) 

Micrograph of silica matrix reinforced with mullite (Al6Si2O13) whiskers, from porcelain 

sample prepared by C. S. Chari. Printed as an original by C. S. Chari. 
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Apart from mechanical reinforcement, composites can also be used to improve the 

electrical conductivity of materials, as was seen with silicon oxycarbide ceramics 

reinforced by carbon nanotubes [20], and also the machinability of materials, as was seen 

with AlN composited with h-BN [21]. In the latter case, the inclusion of the lubricant h-

BN lowers the toughness and compliance of AlN, making it more accessible to work with 

and more economical to manufacture than bulk AlN. Thus, ceramic composites are an 

effective way of combining the properties of several materials into one, creating a tailored 

product for a specific purpose. 

1.3 Performance and Degradation of Ceramic Surfaces 

1.3.1 Mechanical Erosion and Wear 

Erosion in ceramic materials can develop from wear after repeated exposures to extreme 

environments. Due to its brittleness, microcracks can form on a ceramic surface and 

propagate as well as extend through the material, forming a detrimental network of cracks 

that can lead to the removal of material from the surface.  

 

Figure 1.4. Examples of a H9 Hall thruster made of h-BN a) shown without a cathode, 

illustrating location of thruster channels, b) in operation at the Jet Propulsion 

Laboratory. Reprinted with permission from R. R. Hofer et al.[22], © NASA/JPL-Caltech. 
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Advanced ceramics used in electric propulsion are subject to such mechanical damage 

during propulsion environments. Hall-effect thrusters used in electric spacecraft propulsion 

systems operate using Xe as a propellant, seen in Figure 1.4 [23]. The lifetime of materials 

used in walls of thruster channels is determined by their ability to survive exposures to 

such plasma environments, were Xe neutrals and ions can impinge the surface of channels 

and physically erode the material through grain detachment and spallation [24,25]. 

Additionally, such high-energy plumes can also contain metal atoms (e.g., from Mo 

shields) that contribute to further impingement and wear of the channel material [26]. 

Thermal shock is also a cause of concern in high-temperature applications, where large 

temperature gradients can lead to the expansion of pre-existing cracks on the surface, 

accelerating material failure [27]. 

Mechanical erosion is also frequently seen in ancient ceramics uncovered from 

archaeological excavations, predominantly in unglazed earthenware. These porous 

structures are capable of retaining dissolved salts and water when exposed to humid 

environments over prolonged times, such as humid soils or air. This can be detrimental to 

earthenware objects for two reasons. First,  infiltrated salt solutions can cause the weakly 

sintered ceramic to rehydroxylate back into clay, further damaging the already delicate 

structure [28]. Second, when removed from the humid environment, the evaporation of 

water can cause salts to become trapped inside the pores, where they can recrystallize and 

cause damage from their volume expansion, leading to the formation of internal cracks 

[28]. Additionally, efflorescence can occur in porous objects, where salts from ceramic 

structures (e.g., CaCl2) can dissolve in water and migrate to the surface of the ceramic, 

altering both the chemical and mechanical properties of the object internally [29].  

1.3.2 Chemical Erosion 

Apart from mechanical wear, a significant contribution to the erosion of ceramics 

originates from chemical alterations of their surfaces. For advanced ceramics in high-

temperature environments, the oxidation resistance of the material is an important property 

of non-oxide ceramics like SiC, AlN and BN. For example, SiC is susceptible to oxidation 

above 800 °C, where it can start to react into SiO2, forming an oxide layer that alters the 

material properties at the surface, which can be detrimental to its function [30]. 
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Additionally, in ceramic composites were more than one non-oxide is present, for example 

SiC/BN/SiC systems, the oxidation products can react with each other to form borosilicate 

glasses that chemically alter and disturb the system, seen in Figure 1.3. More precisely, the 

enhanced oxidant permeability in borosilicate glasses has been shown to accelerate the 

oxidation of the composite [17,31]. However, from a different perspective, some studies 

have suggested that the creation of such oxides can actually benefit the system and facilitate 

crack healing. For example, in SiC/B4C composites it was found that pre-existing cracks 

at the material’s surface could be filled with borosilicate glass upon oxidation. The glass 

was found to infiltrate the cracks upon cooling, self-sealing the fractured composite and 

improving its mechanical properties by acting as a load bearing material [32].   

In response to preventing the high-temperature oxidation of non-oxides, there has been 

considerable progress made in the development of barrier coatings. Such coatings can be 

applied on the surface of ceramic substrates to protect them from extreme temperatures 

(i.e., thermal barrier coatings) and harsh environments (i.e., environmental barrier 

coatings). For SiC, these coatings are typically made from silicate-based materials (e.g., 

mullite [33,34], barium-strontium-aluminosilicates [34], ytterbium silicates [35]), with 

compatible coefficients of thermal expansion to the underlying substrate. Similar in 

concept to glazes in historic ceramics, which were not just decorative but also practical, 

the Si-rich layer acts as a protective coating that extends the lifetime of the object and seals 

the material from threatening pollutants.   

The most damaging environmental pollutants that are exposed to statues and buried objects 

in an archaeological context are undoubtedly S-rich species derived from acid rain or acidic 

soils. This is especially true for calcareous ceramics, rich in lime [36]; they can react with 

the pollutants to form gypsum (CaSO4), which easily peels off the surface, weathering the 

ceramic surface. Other factors like porosity and humidity can further contribute to the 

corrosion rate, accelerating the degradation of ceramic objects. A careful control of pH and 

humidity is therefore essential for conserving and treating ceramic surfaces and mitigating 

their chemical degradation.   
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1.4 Thesis Outline 

This thesis seeks to better understand how different processing methods can play a vital 

role in defining the performance and degradation mechanisms of ceramic surfaces. This is 

achieved by primarily studying chemical and mechanical interactions occurring on ceramic 

surfaces during their synthesis and/or during environmental exposures. In this work, this 

concept is explored using four distinct case studies on (i) advanced high-temperature 

ceramics composed of h-BN rich composites, and (ii) historic ceramics, including low-

fired pottery and porcelain. These analyses provide us with an opportunity to learn from 

materials of the past to create more sustainable materials for the future. 

[Intentionally redacted due to temporary embargo.] Chapter 4 focuses on an additional h-

BN-based ceramic: AlN/h-BN composites. The oxidation behavior of AlN/h-BN is 

investigated in detail, contrasted to that of AlN and B2O3-coated AlN. The chemical 

degradation of the composite in high-temperature environments is analyzed, shedding light 

on the role of Al18B4O33 crystals on the temporary oxidation resistance and healing abilities 

of the composite.  

Moving onto historic ceramics, Chapter 5 focuses on the degradation mechanism of 

aluminosilicates in acidic environments, expanding on the literature’s current 

understanding of how low-fired pottery is affected by environmental pollutants like H2SO4 

and SO2, commonly found in acidic soils or acid rain. Surface sensitive techniques, 

including X-ray photoelectron spectroscopy and Fourier transform infrared spectroscopy, 

are used to investigate chemical erosion experimentally. Density functional theory and a 

thermodynamics model are performed to corroborate observations computationally. 

Connections are made between firing conditions and material degradation, exemplifying 

the importance of processing methods in the design of sustainable materials that can be 

conserved for the future. Chapter 6 focuses on the synthesis of silica-based luster glazes 

developed in the Meissen Manufactory during the 18th century. Comparing two famous 

Au-based purple colorants of that time, Böttger luster and Purple of Cassius, details are 

revealed on how different processing methods led to distinct surface nanostructures that 

governed the optical properties of the glazes, providing an example of how innovative and 
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sustainable materials can be created using modern technologies inspired by the past. 

Finally, conclusions and suggestions for future work are presented in Chapter 7. 
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C h a p t e r  4  

ALUMINUM NITRIDE / BORON NITRIDE COMPOSITES 

The contents of this chapter are also presented in "Oxidation resistance of AlN/BN via 

mullite-type Al18B4O33” by C.S. Chari and K.T. Faber, which was published in the Journal 

of the European Ceramic Society in 2022 [1], with the exception of Section 4.6. which was 

carried out after publication. C.S. Chari led the experimental portion of the work. Faber 

supervised the experimental work. All authors were involved in designing the work and 

preparing the manuscript. 

4.1 Introduction 

Aluminum nitride/boron nitride (AlN/BN) composites are popular high-temperature 

ceramics, desired for their improved machinability and increased thermal shock resistance 

over traditional aluminum nitride (AlN).  The inclusion of hexagonal boron nitride (BN) 

in the material lowers the toughness and compliance of the composite, making it easier to 

machine and thus more affordable to process. The mechanical properties and the dielectric 

behavior of AlN/BN composites are desirable for applications in the automotive and 

aerospace industries.  

The presence of BN in the composite, however, poses challenges due to its oxidation into 

boria (B2O3), a highly reactive material that has reportedly created unwanted side products 

in other BN-bearing composites, such as SiC/BN [2]. Previous studies have explored this 

in depth, demonstrating how the oxidation products of SiC and BN (SiO2 and B2O3, 

respectively) can react together in high-temperature environments over 1000 °C to form 

borosilicate glass, commonly found in oxidized SiC/BN/SiC ceramic-matrix composites 

(CMCs) [2,3]. With this in mind, it is an intuitive next step to study whether similar 

challenges could be expected in AlN/BN composites exposed to comparable conditions, 

where BN can oxidize into boria.  

Boria exists as a liquid oxide at temperatures up to 1000 °C, after which its evaporation 

rate increases exponentially [4]. The viscosity of boria decreases with increasing 
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temperature, from 100 poise at 1000 °C to 40 poise at 1200 °C [5]. It is also hygroscopic; 

its evaporation rate intensifies in humid environments, as it is easily converted to boric acid 

in the presence of water [6]. Furthermore, boria is capable of reacting with other oxides, 

forming products that are less volatile, e.g., borosilicate and aluminum borate [4,7,8].  

Earlier studies focusing on the fabrication of composites like Al2O3/BN [9–11], AlON/BN 

[12,13], AlN/B2O3 [14], AlN/HfB2 [15], and AlN/TiB2 [16], have noted that aluminum 

borate whiskers can form from the reaction between alumina and boria starting at 

temperatures of 1000 °C. Thus, we expect whiskers to also be detected in AlN/BN 

composites exposed to elevated temperatures in oxidizing environments. Interestingly, 

aluminum borate whiskers have also been used in other applications as reinforcements to 

enhance toughness in aluminum composites [17,18] and glass composites [19], given their 

low density (2.93-2.94 g/cm3), high hardness (Mohs hardness of 7) and high Young’s 

Modulus (400 GPa) [17,19]. Nevertheless, the role of aluminum borate whiskers and boria 

in the oxidation of AlN/BN composites has not been the focus of any comprehensive study.  

In the current study, we explore how the presence of liquid boria alters the oxidation 

kinetics of AlN by comparing AlN to boria-coated AlN and AlN/BN composites. We 

examine how boria can provide AlN with added protection against oxidation. We also 

investigate the chemical composition and microstructure of the aluminum borate whiskers 

created in these material systems. Moreover, we shed light on how the whisker morphology 

evolves with exposures to high-temperature environments, and how this affects the 

oxidation protection of AlN as well as the flexural strength of heat-treated AlN/BN. 

4.2 Materials and Methods  

4.2.1 Materials and Processing 

Commercially available sintered AlN and AlN/BN were used in this study. Sintered AlN 

bars (ST-200, Sienna Technologies) were cut into 6 mm x 8 mm x 8 mm sized coupons. 

ST-200 has a density of 3.3 g/cm3 and a purity of 95%, with the remaining 5% being from 

the Y-rich binder. Sintered AlN/BN (Shapal Hi-M Soft, Precision Ceramics) were cut into 

3 mm x 4 mm x 6 mm sized coupons. Shapal Hi-M Soft has a density of 2.88 g/cm3, thermal 

expansion coefficient (from RT to 800 °C) of 5 × 10−6/°C, and a purity just under 99%, 
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with trace amounts of O (0.9 wt.%), Ca (1300 ppm), C (300 ppm), Cr (<1 ppm), Mg (1 

ppm), Ni (<2 ppm), Fe (8 ppm), Si (40 ppm) and Ti (20 ppm). 

Boria-coated AlN was prepared by covering the topmost face of the ST-200 coupons with 

0.019 ± 0.003 g/cm2 of boric acid powder (H3BO3, Sigma-Aldrich) and heating the sample 

to 450 °C in stagnant air. H3BO3 powder was used instead of B2O3 due to the hygroscopic, 

volatile nature of the oxide. H3BO3 dehydrates into B2O3 at 300 °C, which then melts into 

a glassy film at 450 °C, below the oxidation temperature of the AlN substrate. The 

oxidation tests outlined in section 2.2 were carried out during the same heating cycle.  

Circular discs of Al18B4O33 were created by preparing water-based slurries of alumina 

powder (Al2O3, VWR) and boric acid powder (H3BO3, Sigma-Aldrich), using a molar ratio 

of Al2O3 to B2O3 of 1:1. The slurries were allowed to dry in custom-built aluminum molds, 

subsequently pressed into 2.4-2.9 mm thick discs with a diameter of 30 mm using a 

pneumatic press and a force of 40 kN. The green bodies were initially sintered in a high-

temperature box furnace (CM Rapid Temp 1700 °C Furnace) at 1000 °C for 36 h to densify 

the body, and then further exposed to 1100 °C, 1200 °C or 1300 °C for 36 h to ensure the 

whiskers fully developed into their desired morphologies.  

4.2.2 Oxidation Studies 

The oxidation behavior of AlN (ST-200, Sienna Technologies) was investigated at 

temperatures varying from 800 °C to 1300 °C using a high-temperature box furnace (CM 

Rapid Temp 1700 °C Furnace) in stagnant air.  The holding times at each temperature 

ranged from 5 h to 48 h. The heating and cooling rates were both 3 °C/min to minimize 

thermal shock effects. The individual experiments are further summarized in Table 4.1.  

The oxidation experiments were then repeated with boria-coated AlN (ST-200, Sienna 

Technologies). The oxidation temperature range in this case was restricted from 1000 °C 

to 1300 °C, to ensure significant oxide growth while still limiting the amount of boria lost 

by evaporation.  The holding times and ramp rates were identical to those used for the 

reference AlN samples. 

The oxidation of AlN/BN composites (Shapal Hi-M Soft, Precision Ceramics) was studied 

using dry air (AI Z200, Airgas) to minimize the amount of water vapor influencing the 
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oxidation of BN. Studies have shown that BN can easily oxidize into boria vapor in the 

presence of water [20,21]. In order to investigate the interactions between liquid boria and 

alumina, a dry air environment with negligible amounts of water vapor (2 ppm H2O) was 

chosen. The oxidation exposures studied ranged from 1200 °C to 1450 °C over 48 h or 60 

h. We chose to focus on these exposure conditions because they resulted in stoichiometric 

amounts of both boria and alumina that were needed for aluminum borate growth.  

Table 4.1. Summary of oxidation conditions for each experiment.  

Materials System Oxidation Temperature 

(°C) 

Holding Times (h) 

AlN (ST-200) 800 12 

1000 5, 12, 24, 36, 48 

1100 5, 12, 24, 36, 48 

1200 5, 12, 24, 36, 48 

1300 5, 12, 24, 36, 48 

Boria-coated AlN 

(ST-200) 

1000 5, 12, 24, 36, 48 

1100 5, 12, 24, 36, 48 

1200 5, 12, 24, 36, 48 

1300 5, 12, 24, 36, 48 

AlN/BN 

(Hi-M Shapal 

Soft) 

1200 48 

1250 48, 60 

1300 48 

1350 48 

1450 48 

 

4.2.3 Characterization 

Scanning electron microscopy and energy dispersive X-ray spectroscopy (SEM-EDS, 

ZEISS 1550VP FESEM, Carl Zeiss Microscopy GmbH, Jena, Germany) were used to 

detect the oxide layers of cross-sectioned samples, and to measure the whisker dimensions. 

The oxide thicknesses were measured after each exposure experiment using the image-

processing tool ImageJ (National Institutes of Health). An average of 35 thickness 
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measurements were carried out for each sample over the length up to 800 µm, with 

measurements being made in evenly spaced intervals. The widths of the aluminum borate 

whiskers were also measured using ImageJ with an average of 100 whiskers being 

measured for each sample. The width was defined as the averaged thickness of the 

orthorhombic crystal, measured perpendicular to the direction of crystal growth. These 

measurements were taken near the mid-section of the whisker to avoid the narrow widths 

of the tips and better represent the whisker size. Note that due to the interlocking nature of 

the whiskers, it was not possible to determine the distribution of whisker lengths. The 

reported values of oxide thickness and whisker widths were determined using number 

averaging, with the error term representing one standard deviation. 

X-ray powder diffraction (XRD, PANalytical X'Pert Pro) and transmission electron 

microscopy (TEM, TF-30, Tecnai) were also carried out to characterize the oxidized 

samples and aluminum borate crystals, respectively. Mass attenuation coefficients and 

penetration depths were calculated using PANalytical’s HighScore Plus Software. Single 

crystal electron backscatter diffraction (HKL EBSD system, on the ZEISS 1550VP 

FESEM) was performed using a focused beam with a 70° tilted stage. The crystallographic 

orientation of the whiskers was determined by matching the experimental EBSD pattern 

with crystallographic information of Al18B4O33 from Ihara et al. (1980) [22]. 

Ball-on-ring tests [23] were used to measure the effective strength of the discs. Four discs 

were tested for each temperature condition. In the configuration used, the radius of the 

circle of support points was 10.25 mm. Poisson’s ratio used for alumina was 0.25 [24], 

while that for Al18B4O33 was approximated as 0.25. In addition, 4-point bend tests were 

carried out following ASTM C1161-13 to measure the flexural strength of AlN/BN beams 

measuring 3 x 4 x 45 mm3. A total of 10 specimens were measured for as-received beams, 

5 for as-received and indented beams, 10 for indented beams exposed to dry air, 6 for 

indented beams exposed to dry argon. The cross-head rates for both mechanical tests were 

0.5 mm/min. Note that dry argon (AR UHP200, Airgas) was chosen for the inert high-

temperature exposure, which contained 1 ppm O2 and 1 ppm H2O.  
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4.3 Results and Discussion 

4.3.1 Influence of Boria on the Oxidation of Aluminum Nitride 

4.3.1.1 Oxidation of Aluminum Nitride 

The oxidation kinetics of AlN were studied by tracking the growth of the Al2O3 layer as a 

function of time. This was achieved by measuring the thickness of the oxide layer of each 

experiment outlined in Table 4.1. Figure 4.1a illustrates the oxidation kinetics of AlN 

within the temperature range 1000 °C to 1300 °C.  

 

Figure 4.1. AlN oxidation: a) Oxide thickness of AlN versus holding times for oxidation 

exposures at 1000 °C, 1100 °C, 1200 °C, and 1300 °C. Scanning electron micrograph 

image of b) as-received AlN surface, c) oxidized AlN surface and d) oxidized AlN cross-

section, following exposures to 1300 °C in air for 12 h. 

The results and best fits displayed in Figure 4.1a suggest that the oxidation of AlN behaves 

linearly at 1000 °C and 1100 °C. This indicates that the growth rates of the oxide layer at 

these temperatures are constant and completely controlled by Reaction 4.1.   

4AlN +  3O2 → 2Al2O3 + 2N2 (4.1) 

At higher temperatures, the results and best fits shown in Figure 4.1a imply that the 

oxidation behavior of AlN is parabolic at 1200 °C and 1300 °C. This suggests that the 

oxide layers formed at these temperatures are sufficiently thick to act as physical barriers 

that restrict oxygen diffusion to AlN. In parabolic oxidation, the rate of oxidation is no 
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longer controlled by Reaction 4.1, but instead is influenced by the diffusivity of oxygen 

into the bulk. More details of this behavior can be found in Appendix B.  

The oxidation of AlN into Al2O3 has been examined in the past, and is shown to depend 

greatly on the properties of the starting material, such as the grain size, porosity and 

impurity content of the reported AlN [25–30]. The surface microstructure of the as-

received AlN is shown in Figure 4.1b. In high-temperature environments over 800 °C, AlN 

can oxidize into Al2O3 with the evolution of nitrogen gas, as seen in Reaction 4.1. Previous 

studies have demonstrated that the evolving nitrogen gas creates pores within the oxide 

layer [25,28,29], facilitating paths for oxygen diffusion into the substrate. There is a 

significant difference between the coefficients of thermal expansion (CTE) of Al2O3 

(9 × 10−6 /°C) and AlN (5 × 10−6 /°C), which results in a large thermal mismatch between 

the two layers on cooling from the oxidation temperature [26]. This can cause cracks to 

form in the porous Al2O3 layer, which can extend through its thickness as seen in Figure 

4.1c,d. The appearance of cracks, in addition to pores, assists the transport of oxygen to 

AlN, allowing for continued and rapid oxidation with increasing temperature and exposure 

time.  

4.3.1.2 Oxidation of Boria-coated Aluminum Nitride 

In Figure 4.2a-d, we compare the oxidation of AlN with that of boria-coated AlN. At 1000 

°C, seen in Figure 4.2a, the measured oxide thickness of boria-coated AlN is greater than 

the thicknesses measured for AlN at the same temperature due to the inclusion of boria as 

a coating in the former. The added liquid oxide increases the overall thickness of the oxide 

layer, which remains constant at 6 ± 2 µm for all holding times. The constant thickness 

reflects the low evaporation rate of boria at 1000 °C [4]. At 1100 °C, seen in Figure 4.2b, 

the oxide thicknesses for boria-coated AlN remains constant at 10 ± 2 µm for all the holding 

times, indicating that the low evaporation rate of boria is maintained at this temperature 

[4]. 
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Figure 4.2. Oxide thickness of AlN (empty markers) and boria-coated AlN (filled 

markers) versus holding times for oxidation exposures at a) 1000 °C, b) 1100 °C, c) 1200 

°C, and d) 1300 °C. e) SEM-EDS maps of oxidized coupons exposed to different oxidative 

conditions: AlN (left), boria-coated AlN (right). 

At 1200 °C, seen in Figure 4.2c, the oxide thicknesses for the boria-coated AlN samples 

are superseded by the oxide layer thickness of corresponding AlN samples. Oxide thickness 

is reduced by as much as 86% with the inclusion of boria, demonstrating a protection 

against oxidation and against Al2O3 formation due the inclusion of the boria coating. This 

protection diminishes with increased holding time because of the significant evaporation 

rate of boria at 1200 °C [4]. Likewise at 1300 °C, seen in Figure 4.2d, the added boria 

continues to protect AlN against oxidation, as evidenced by the lower oxidation rate 

compared to uncoated AlN. However, this protection is not as effective as what was 

observed at 1200 °C because of the higher volatility of boria at 1300 °C compared to 1200 

°C [4]. 

To further elucidate the observed oxidation behavior, X-ray diffraction spectra of boria-

coated AlN coupons were collected after exposure. It was revealed that the oxide layers 

formed in every oxidation experiment contained varying mixtures of unreacted B2O3, 

Al2O3, and aluminum borate, as seen in Figure 4.3a. There are two stable phases of 

aluminum borate, Al4B2O9 and Al18B4O33 [31]. Both arise from the reaction between B2O3 

and Al2O3. 
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2Al2O3 +  B2O3 → Al4B2O9 (4.2) 

9Al2O3 + 2B2O3 → Al18B4O33 (4.3) 

  

The Al18B4O33 phase forms when there is a low concentration of boria and high 

concentration of alumina, while the Al4B2O9 phase forms with higher concentrations of 

boria. Due to the volatile nature of boria, Al4B2O9 transforms into Al18B4O33 with 

increasing temperatures, commencing near 1040 °C [19,31]. Similarly, Al18B4O33 converts 

to Al2O3 when boria completely volatizes out of the crystal [31]. 

 

Figure 4.3. XRD spectra of a) boria-coated AlN at oxidation temperatures ranging from 

800°C to 1300°C in contrast to as-received AlN, b) boria-coated AlN compared to AlN at 

an oxidation temperature of 1200 °C for 12 h, 24 h, and 36 h. Spectra show presence of 

AlN (○), Al18B4O33 (●), boria (◊), YAG/YAP (□), Al2O3 (■). 

Figure 4.3a shows that the Al18B4O33 phase was present within the oxide layer of boria-

coated AlN coupons after treatments at 1000 °C, 1100 °C and 1200 °C, indicating a low 

initial concentration of boria relative to alumina. The diffraction peaks that correspond to 

Al18B4O33 decrease in intensity as the temperature increases. Simultaneously, Al2O3 peaks 

grow in intensity with increasing temperature, beginning at 1100 °C. This suggests that the 

Al18B4O33 crystals start to convert to Al2O3 with the high-temperature evaporation of boria. 

This conversion appears to be complete by 1300 °C. Figure 4.3 also indicates the presence 
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of YAG (yttrium aluminum garnet) and YAP (yttrium aluminum perovskite), which 

originate from the commercially available sintered AlN. Y-rich additives are commonly 

added to high-temperature ceramics like AlN to improve their sinterability [32,33]. 

However, these Y-rich phases are not considered any further for this analysis. 

A notable observation from the X-ray diffraction data is that the underlying AlN substrate 

is protected against oxidation by the addition of the boria coating. This protection is 

particularly obvious during 12 h holds at 1200 °C, seen in Figure 4.3b, where the AlN 

peaks are strong in boria-coated AlN coupons, but greatly diminished in uncoated AlN 

coupons. To verify this observation, we refer to the expected X-ray penetration depths for 

each system, assuming that 95% of the information collected pertains to the volume of the 

material from the surface to the penetration depth, and not the material below this layer 

[34]. In samples of boria-coated AlN that had been exposed to air for 12 h at 1200 °C, we 

see that the X-rays can penetrate the 23 ± 4 µm thick Al18B4O33-rich oxide layer and probe 

the underlying AlN substrate as seen in Figure 4.3b. In contrast, for samples of uncoated 

AlN exposed to the same conditions, the X-ray penetration is limited within the 164 ± 13 

µm thick Al2O3 layer, never reaching the underlying AlN substrate, seen in Figure 4.3b. 

This suggests that the addition of boria creates a superficial liquid barrier to oxygen 

diffusion that ultimately results in thinner oxide layers, and thus, a greater protection 

against oxidation. Figure 4.3b shows that the Al18B4O33-rich oxide layer in boria-coated 

AlN only starts to oxidize into Al2O3 past 24 h exposures, when the trapped boria within 

Al18B4O33 starts to evaporate. 

 

Hence, we see that boria serves as a barrier to oxygen diffusion, protecting the underlying 

AlN substrate from being oxidized, while actively reacting with any created alumina to 

form aluminum borate on the surface of the samples, as seen in Reactions 4.2 and 4.3. 

Thus, we can deduce that it is a combination of Reactions 4.1-4.3 that results in an overall 

diminished thickness of the oxide layers seen in Figure 4.2a-e.  
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Figure 4.4. Scanning electron micrographs of boria-coated AlN after 12 h hold at 

described oxidation temperatures (a-g), including insets of transmission electron 

microscopy micrographs (b,e). Green arrows indicate features of interest, such as 

whiskers, dimple craters and hollow crystals. h) Histograms show whisker width 

distributions from images displayed in 4b,c,e,g. 

 

The resulting surface microstructures of the boria-coated AlN coupons, observed using 

SEM, can be seen in Figure 4.4a-g. In contrast to the as-received AlN surface (Figure 4.1b), 

we can identify acicular crystals on these surfaces, indicating that Al18B4O33 is present in 

whisker form. At 800 °C, boria melts into a thin amorphous film that covers the surface of 

the AlN coupon. The cracks that are seen in Figure 4.4a are a result of the thermal 

expansion mismatch that occurs during cooling of the glassy film to room temperature, as 

noted earlier. No whiskers are observed, indicating that boria has not yet reacted with any 

alumina that may be present from AlN oxidation. At 1000 °C, this is no longer the case, 

and we observe highly acicular crystals (Figure 4.4b) growing from many nucleation sites. 

The Al18B4O33 whiskers can be seen again at 1100 °C (Figure 4.4c), appearing coarser and 

with a shape that is consistent with the orthorhombic morphology of Al18B4O33. Exposing 

boria-coated AlN coupons to 1100 °C for an additional 12 h (Figure 4.4d), we observe that 
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Al18B4O33 whiskers start to develop dimple craters on their tips (noted by green arrows), a 

feature that we will refer to later in this discussion.  

 

At 1200 °C or higher (Figure 4.4e-g), the whiskers appear deformed due to the evaporation 

of boria. Porous Al2O3 whiskers, confirmed by XRD in Figure 4.3, result from the loss of 

boria, some of which have shrunk in size (Figure 4.4g), as noted by the shift in the whisker 

width distribution to smaller sizes in Figure 4.4h. Curiously, under prolonged exposure to 

high-temperature environments, tube-like hollow crystals can be seen in Figure 4.4f,g. The 

whiskers can be seen on both the micro and the nanoscale. Displayed in the insets in Figure 

4.4b,e are bright field TEM images that show whiskers grown at 1000 °C and 1200 °C for 

12 h. The morphology of the nanocrystals closely resembles their micro-sized counterparts. 

4.3.2 Oxidation of AlN/BN Composites 

X-ray diffraction patterns indicate that Al18B4O33 crystals formed during the dry air 

exposures of AlN/BN composites, seen in Figure 4.5a. Unlike the previously discussed 

boria-coated AlN system, the formation of aluminum borate in the composite depends on 

the oxidation of AlN into alumina as well as the oxidation of BN into boria. During these 

experiments, the stoichiometric quantities of alumina and boria needed to produce 

Al18B4O33 whiskers were developed between 1200 °C to 1300 °C, after exposures of 48 h 

or longer.  

Figure 4.5 b-h shows SEM images of the as-received composite and the composite surface 

after being exposed to dry air from 1200 °C to 1450 °C, for holding times ranging from 48 

h to 60 h, further described in Table 4.1. The images reflect the various stages of whisker 

growth produced from the reaction between boria and alumina. Early stages of Al18B4O33 

growth can be seen in Figure 4.5c on the surface of the oxidized AlN grains after 48 h long 

exposures to 1200 °C. The pores and crevices present between the AlN grains are due to 

the oxidation of the BN flakes into liquid boria. The growth of Al18B4O33 acicular crystals 

can be seen in Figure 4.5d with an increase in temperature to 1250 °C for 48 h. As the 

temperature is increased further to 1300 °C (Figure 4.5e) or the exposure time is increased 

to 60 h (Figure 4.5f), we see a change in whisker morphological characteristics from solid 

to hollow crystals of Al18B4O33, both longer and wider than the acicular crystals seen at 
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1250°C for 48 h (Figure 4.5d). Although the morphology of the crystals is significantly 

different in Figures 4.5d-g, the corresponding XRD data confirms that the aluminum borate 

phase present in every case is Al18B4O33. 

 

Figure 4.5. Chemical oxidation of AlN/BN: a) XRD spectra of oxidized AlN/BN 

composites in dry air from 1200°C to 1450°C, showing AlN (○), BN (◌), Al18B4O33 (●), 

Al2O3 (■), in contrast to as-received AlN/BN. SEM images of b) as-received AlN/BN 

composite, (c-h) oxidized AlN/BN composites in dry air, including oxidation temperature 

and exposure time. i) Histograms show whisker width distributions from images 

displayed in 5d-g.  

 

X-ray diffraction patterns (Figure 4.5a) show that Al18B4O33 starts to convert to Al2O3 at 

1350 °C. One possible explanation for the inter-whisker voids, seen in Figure 4.5g, is the 

collapse of hollow crystals. By 1450 °C seen in Figure 4.5h, the conversion is complete 
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and isotropic grains of Al2O3 cover the surface with no signs of Al18B4O33. The whisker 

width distributions are summarized in Figure 4.5i. The distribution of whiskers exposed to 

1200 °C for 48h is narrow, centered near 0.5 µm. In contrast, at higher holding times or 

temperatures, the distribution widens, predominantly from widths < 1 µm to > 5 µm. The 

broad distributions, seen in both Figures 4.5i and 4.4h, may be attributed to the scatter in 

nucleation times, coarsening, and whisker deterioration, the latter being due to the high-

temperature transition of the whiskers into porous Al2O3.   

Cross-sections of oxidized AlN/BN composites were analyzed using SEM-EDS to measure 

the thickness of the Al18B4O33 oxide layer. In Figure 4.6a, the oxide thickness of AlN/BN 

after 48 h at 1200 °C (Figure 4.6b) and 1300 °C (Figure 4.6d) were included in the 

oxidation plot from Figure 4.2. From this comparison, it is clear that the oxidation 

protection previously discussed in boria-coated AlN coupons can also be seen in AlN/BN 

composites. The inclusion of liquid boria within the system, both through an applied 

coating or from BN, can impede the oxidation of AlN.  

 

Figure 4.6. AlN/BN oxide layers: a) Oxidation plot from Figure 4.1 including data points 

from AlN (empty markers), boria-coated AlN (filled markers), and AlN/BN (★) at 1200 

°C (black) and 1300 °C (blue). SEM-EDS maps of oxidized AlN/BN cross-sections b) 

held at 1200 °C for 48 h, c) 1250 °C for 48 h, d) 1300 °C for 48 h, e) 1200 °C for 60 h, f) 

1350 °C for 48 h, and g) 1450 °C for 48 h.  
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The whisker morphology can also significantly influence the oxide layer’s ability to protect 

the underlying composite. We see that the Al18B4O33 whiskers (in Figure 4.5d) result in an 

oxide layer that is 184 ± 6 µm thick (Figure 4.6c). In contrast, the hollow crystals (in 

Figures 4.5f) lead to an oxide layer that is 262 ± 10 µm thick (Figure 4.6e). The increase 

in oxide thickness observed by exposing the composite to 1250 °C for an additional 12 h 

can be explained by the tubular morphology of the hollow crystals, observed in Figure 4.5f. 

Such crystals provide additional pathways for oxygen diffusion into the AlN/BN substrate 

via tunnels through the crystal. Similar observations can also be made of boria-coated AlN 

samples. Referring to Figure 4.2, the oxide layers of coupons with hollow crystals (Figure 

4.4f,g) appear to be thicker than those of coupons with capped whiskers and dimples 

(Figure 4.4b-e). The thickness of the oxide layer is obviously also a function of temperature 

and time, yet it is worth noting that the whisker morphology could also influence the 

transport of oxygen into the AlN-rich material. With this in mind, the oxidation protection 

witnessed via the growth of Al18B4O33 greatly depends on the whisker morphology.   

Figure 4.6f suggests that the oxide layer developed after 48 h at 1350 °C is comparable to 

the same time at 1300 °C. The hollow crystals seen at 1300 °C create pathways that are 

still present at 1350 °C in the form of voids between coarsened Al18B4O33 crystals. In 

contrast, Figure 4.6g demonstrates the full conversion of AlN/BN into porous Al2O3, and 

no protection against oxidation is observed in the absence of Al18B4O33.  

4.3.3 Aluminum Borate Crystal Microstructures  

When boria-coated AlN coupons and AlN/BN composites are exposed to high-temperature 

oxidative environments, liquid boria can form and react with oxidized AlN to produce 

Al18B4O33 (Reaction 4.2). Referring to the Al2O3-B2O3 phase diagram by Gielisee [31], 

seen in Figure 4.7a, the liquid oxide layer can contain dissolved aluminum borate and 

unreacted boria within the temperature range of 470 °C to 1035 °C. Once supersaturation 

is reached, Al18B4O33 starts to crystallize out of the liquid oxide [35]. Based on SEM 

observations, nucleation and growth results in highly anisotropic whisker-like crystals.  
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Figure 4.7. Crystal growth and orientation of Al18B4O33 whiskers: a) Al2O3-B2O3 phase 

diagram reprinted with permission from Gielisse et al.[31], © Springer Nature (1962). b) 

Back-scattered electron image of Al18B4O33 whiskers, where green cross shows point 

analyzed in EBSD, white dotted line shows outline of analyzed whisker, white arrow 

shows direction of crystal growth. Inset shows proposed orientation of crystallographic 

axes of outlined whisker. c) Corresponding pole figures from this analysis. Note that 

crystallographic information from Ihara et al. (1980) was used for indexing[22]. 

Electron backscatter diffraction was used to determine the direction of crystal growth. 

Figure 4.7b shows a back-scattered electron image of Al18B4O33 whiskers, taken from the 

sample seen in Figure 4.4c. The indexed EBSD patterns (provided in Appendix B) and 

corresponding pole figures (Figure 4.7c) were used to determine that the direction of 

growth of the analyzed crystal was perpendicular to the (001) plane. Previous studies on 
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Al18B4O33 whiskers have shown similar results, supporting that the direction of the 

anisotropic crystal growth of Al18B4O33 is <001> [35,36]. 

 

Figure 4.8. Super cell (3x3x6) of Al18B4O33 with black arrows showing direction of 

crystal growth along <001>: a) side view, b) view of Al18B4O33 along the (001) plane, 

showing channels through crystal, and c) close-up of exposed BO3 units along the 

channels. Lattice parameters are defined as a = 0.7692 nm, b = 1.4973 nm, c = 0.5682 

nm[22,37]. 

It is possible to link the acicular morphology of Al18B4O33 to the fundamental structure of 

the single crystal. Referring to Figure 4.8a, uninterrupted chains of strong bonds run 

parallel to the c-axis of Al18B4O33, including structural chains of AlO6 octahedra, chains of 

AlO4 tetrahedra, and chains of alternating AlO4 tetrahedra and planar BO3 groups. 

According to Hartman et al.’s periodic bond chain (PBC) theory, crystal growth in the 

direction of such continuous chains is preferred [38,39]. The theory states that crystal faces 

that are parallel to two or more strong chains  dominate the crystal habit, and can grow 

from the vapor through spiral growth from a dislocation, or through layer-by-layer growth 

[39,40]. 
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There is a separate yet critical observation that can be made when looking at the crystal 

structure of Al18B4O33. Across the (001) plane shown in Figure 4.8b, we see empty 

channels running along <001>. Such channels directly expose planar BO3 groups along the 

length of the crystal, seen in Figure 4.8b,c. This structure provides a pathway for high-

temperature volatilization of trapped boria within the crystal structure, which can result in 

the breaking of PBC chains. The release of boria is considerable at temperatures over 1200 

°C, when the evaporation rate [4] of boria is sufficient to initiate the transformation of 

Al18B4O33 to porous Al2O3, as seen in Figures 4.3 and 4.4. The structural change observed 

with the loss of boria is significant, affecting the crystal’s composition and microstructure.  

From our observations, the morphology of the Al18B4O33 whiskers evolves with increased 

exposure to high-temperature environments. For example, whiskers grown on AlN/BN 

composites at 1250 °C after 48 h appeared to be capped by pyramid tips. In contrast, in 

AlN/BN composites oxidized at 1250 °C for 60 h, dimples craters and hollow cores begin 

to emerge in the crystals, as shown in Figure 4.5f. 

The occurrence of dimples and hollow cores in Al18B4O33 is not fully understood. One 

possible reason for these morphological features can be ascribed to Frank’s theory of 

capillary equilibria [41], a theory that assumes spiral crystal growth. Frank argued that 

hollow cores can form in single crystals to minimize the strain energy from screw 

dislocations. With increased exposure to high temperatures, a balance is sought between 

the surface tension and the line tension of the dislocation, which can lead to the creation of 

a free surface along the dislocation line that produces a hollow core in the crystal [40]. The 

diameter of the hollow core can be directly related to the strain energy of the dislocation, 

being a function of the square of the Burgers vector [42]. In Figure 4.5f, we see that the 

core diameters can range from ~0.5 µm to 6 µm. Based on Frank’s theory, this would imply 

that there is a wide discrepancy in dislocation strain energies from whisker to whisker. 

Thus, there may be other factors contributing to the development of such large hollow 

cores. 

A second possible cause could be the partial dissolution of Al18B4O33 whiskers, potentially 

from excess boria in the environment. Studies on zeolites [43] and quartz [44] have 

described how voids and etch pits can form from the dissolution of these crystals in strong 
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bases and silica melts, respectively. Interestingly, these studies suggest that dissolution is 

most likely to occur in areas along boundaries, and where defect sites are abundant. The 

hollow cavities in Al18B4O33 might therefore arise from the dissolution of dislocations 

within its core (e.g., screw dislocations) or of energetically unstable phases located in the 

core, through excess boria, a liquid oxide known to dissolve alumina [31,35]. In order to 

establish this, future studies might explore how easily Al18B4O33 crystals dissolve in liquid 

boria, and if screw dislocations are truly responsible for the acicular growth of Al18B4O33.  

A third potential reason for these features relates back to PBC theory. At high temperatures, 

the breaking of PBCs from the loss of boria could induce a roughening transition that 

transforms steps (along the edges and corners of the crystal) into kinks [38]. The rough 

edges from the kinks could act as preferred sites for layered growth along <001> [45], 

causing the crystal to protrude out on its edges and corners, as seen in Figure 4.5f. 

Consequently, this preferred growth along the edges and corners could account for the 

formation of hollow cores within Al18B4O33 which, as previously outlined and shown in 

Figure 4.6d-f, provide additional, yet undesirable, pathways for oxygen diffusion [40]. 

Though beyond the scope of the current work, these three hypotheses point to future 

experiments. 

4.3.4 Self-healing in AlN/BN Composites 

4.3.4.1 Effective Strength of Whiskers 

Ball-on-ring tests were carried out to evaluate the effective strength of interlocking 

aluminum borate whiskers [23]. All discs were synthesized at 1000 °C for 36 h from a 

slurry of alumina and H3BO3 [46,47], and subsequently exposed to: 1100 °C for 36 h, 1200 

°C for 36 h, or 1300 °C for 36h. The high-temperature conditions were chosen in order to 

investigate how the strength of the whiskers varies with evolving morphological features.  

Figure 4.9 shows the microstructure of the three types of discs exposed to 1100 °C, 1200 

°C, and 1300 °C compared to the as-synthesized material, along with their corresponding 

X-ray diffraction patterns. The whisker microstructures are noticeably similar to the 

surface of boria-coated AlN coupons seen in Figure 4.4. Figure 4.9a shows that the as-

synthesized discs contain whiskers that are long and flat, with rough heads. This structure 
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is typical for acicular crystals, where the growth is anisotropic and favored in the direction 

of the highest surface area. The XRD data in Figure 4.9e suggest that the as-synthesized 

discs contain significant amounts of unreacted alumina and Al4B2O9, where the latter has 

not yet fully crystallized into Al18B4O33. Figure 4.9e reveals that Al18B4O33 develops when 

the discs are exposed to 1100 °C or 1200 °C for 36h. Additionally, the absence of unreacted 

alumina under said conditions, seen in Figure 4.9e, points to the completion of Reaction 

4.3 at 1100 °C for 36h. As a result of this completed reaction, Figure 4.9b shows a 

comparatively denser structure of interlocking Al18B4O33 whiskers compared to Figure 

4.9a.  

Figure 4.9. Aluminum borate discs: a) SEM microstructure of discs sintered at 1000 C 

for 36h; the discs were then exposed to b) 1100 C for 36h, c) 1200 C for 36h, and d) 1300 

C for 36h. e) XRD spectra of samples seen in a)-d), showing Al18B4O33 (●), Al4B2O9 (◍), 

boria (◊), and Al2O3 (■). 

Additionally, Figure 4.9c shows that the whiskers become coarser, with a shape consistent 

with the orthorhombic structure of Al18B4O33 when the discs are exposed to 1200 °C for 

36 h. Figure 4.9d and the corresponding XRD data indicate that hollow tubes of alumina 

start to develop during exposures to 1300 °C for 36 h, likely due to the significant 

evaporation of B2O3 at 1300 °C that causes Al18B4O33 to convert to Al2O3, as previously 

discussed [1,4,31]. 
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The effective strength (𝜎𝑓) of the discs was calculated using equation 4.4: 

𝜎𝑓 =
3𝑃(1 + 𝑣)

4𝜋𝑡2
× (1 + 2 [ln (

𝑎

𝑏
)] + [

(1 − 𝑣)𝑎2

(1 + 𝑣)𝑅2
] [1 −

𝑏2

2𝑎2
]) 

(4.4) 

 

where 𝑃 is the load to failure, t is the thickness of the disc, 𝑣 is the Poisson’s ratio, a is the 

radius of the circle of support points, b ≈ t/3 is the radius of the region of uniform loading 

at the disc center, and R is the radius of the disc. 

Table 4.2. Summary of measured effective strength of aluminum borate discs. 

Description of Exposure Conditions in 

Stagnant Air 

Effective Strength (MPa) 

1100 °C for 36h 5.9 ± 1.2 

1200 °C for 36h 8.6 ± 1.3 

1300 °C for 36h 4.4 ± 1.5 

 

A summary of the measured effective strengths can be found in Table 4.2. The effective 

strength of discs exposed to 1100 °C for 36h was 5.9 ± 1.2 MPa. The relatively low 

magnitude is attributed to the interlocking nature of the acicular whiskers, which produces 

a porous framework. The effective strength of discs exposed to 1200 °C for 36h was 8.6 ± 

1.3 MPa, which is statistically higher than the former, though still formidably low for a 

structural material. The relatively higher strength could be due to the coarser shape of the 

interlocking whiskers, which creates a more robust framework. The effective strength of 

discs exposed to 1300 °C for 36 h was 4.4 ± 1.5 MPa, demonstrating that the formation of 

hollow cores and degradation of Al18B4O33 into alumina further degrades the porous 

structure, and lowers its effective strength.  

4.3.4.2 Bend Strength of AlN/BN Composites 

It was desired to probe how successful Al18B4O33 whiskers could be at bridging and healing 

cracks on the surface of the composite. Previous studies on ceramic matrix composites 

containing SiC and h-BN have shown that self-healing, also referred to as self-sealing or 

crack-healing, can be achieved when such composites are exposed to oxidizing 
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atmospheres [2,48,49]. Under these conditions, h-BN can oxidize into liquid-phase B2O3, 

also termed the healing agent, which can travel into pre-existing cracks within the 

composite. Once in contact with the crack walls (which are made of SiC or SiO2), the liquid 

oxide can react to form borosilicate. Upon cooling to room temperature, the volume 

expansion of the glass allows the oxidation product to seal the cracks and thus reinforce 

the material. Similar healing effects have also been seen in SiC/B4C [50] and SiC/B3C2 

[51] composites, as well as in ZrO2/MoSi2 through the formation of ZrSiO4 as the load 

bearing material [52].  

 

Figure 4.10. Images of healed AlN/BN beams exposed to dry air at 1250 °C for 48h after 

flexural test: surface (a) and cross-sectioned view (b). c) Indentations before treatment 

(yellow), after dry air heat-treatment (blue), and after dry argon heat-treatment (orange), 

showing both secondary electron (top) and backscattered electron (bottom) micrographs 

to better illustrate the absence of cracks from the indents after heat-treatment. d) XRD 

spectra and e) surface micrograph of beam exposed to dry argon at 1250 °C for 48 h, 

showing AlN (○), BN (◌), and Al18B4O33 (●).  
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The role of Al18B4O33 on the mechanical strength of AlN/BN composites was thus 

investigated through a serious of 4-point bend flexural tests. A summary of the measured 

flexural strengths can be found in Table 4.3. In this experiment, the strength of as-received 

beams was compared to heat-treated beams, which were exposed to either dry air or dry 

argon. Cracks were induced on the surface of these beams by introducing three indentations 

along the center of the beam (created with loads of 196 N), an example of which is 

illustrated in Figure 4.10a. The bend strength of the as-received bars was measured to be 

223 ± 29 MPa, with failure originating from random locations in every specimen. The 

flexural strength of the indented AlN/BN was measured to be 139 ± 23 MPa, with failure 

occurring repeatedly through the indentations.  

Table 4.3. Summary of measured flexural strength of AlN/BN composites. 

Description of AlN/BN Beams  Flexural Strength (MPa) Failure Origin 

As-received 223 ± 29 Random 

Indented 139 ± 23 Indentation 

Indented + exposed to dry air 

(1250 °C for 48 h) 

83 ± 24 Random 

Indented + exposed to dry argon 

(1250 °C for 48 h) 

194 ± 27 Indentation 

 

Indentations were similarly introduced in beams subjected to heat-treatment, prior to being 

treated. Figure 4.10b confirms that bars exposed to dry air at 1250 °C for 48 h developed 

whiskers on the surface of the beam. Given the results from Figure 4.5, this temperature 

and holding time was selected to maximize the whisker strength, considering that hollow 

crystals did not develop under these conditions. When measuring the flexural strength of 

these indented and heat-treated beams, the origin of failure was found to be random, 

derived from the porous nature of the interlocking whiskers, seen in Figure 4.10b. We 

observed that the cracks produced by the three indentations were indiscernible from the 

rest of the oxide layer (seen in Figure 4.10c) and were not the origin of failure. The porosity 

of this oxide layer meant that the flexural strength of the oxidized beams was measured to 

be 83 ± 24 MPa, much lower than the previous two results. 
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Indented AlN/BN bars were also exposed to dry argon at 1250 °C for 48h, to develop an 

understanding of the effects that heating in an inert atmosphere could have on the strength 

of the indented composite. The flexural strength was measured to be 194 ± 27 MPa, with 

failure occurring repeatedly through the indentations even though Figure 4.10c shows the 

absence of cracks emerging from the indents after heat-treatment. The flexural strength of 

AlN/BN after heat-treatment in argon was significantly higher than it was before the 

treatment. This result is indicative of either residual stress relief of the indentation cracks 

or self-healing through oxide growth, and thus prompted further chemical and 

microstructural investigation. X-ray diffraction seen in Figure 4.10d suggested that small 

quantities of Al18B4O33 developed on the surface of the beams after heat-treatment in dry 

argon, despite the gas only containing 2 ppm of O2 and H2O combined. This result 

highlights the effectiveness of O2 and H2O in oxidizing h-BN and AlN, which might have 

been further promoted by B2O3 vapors in the system and the Al2O3 crucibles holding the 

samples. Scanning electron micrographs in Figure 4.10e show crystals of Al18B4O33 

forming on the surface of the beam, where the widths of the grains remain below 2 µm. It 

is thought that the improved flexural strength of AlN/BN heat-treated in dry argon 

originates from the development of small Al18B4O33 crystals on the crack walls, which 

delayed the extension of the crack through friction between the walls and improved the 

strength of the fractured composite. Further, residual stress relief from the indentation 

stress field should also be considered as an additional factor. The increased strength of the 

composite could have arisen from annealing effects during dry argon exposure. Lawn 

demonstrates a more than doubling of the indentation strength through residual stress relief 

[53]. The occurrence of Al18B4O33 in the system highly suggests that oxide growth is the 

principle mechanism for the healing of the indentation cracks, however more work needs 

to be done to better decouple the two factors and establish to what extent the residual stress 

relief has influenced the improved strength of the composite.  
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4.4 Summary and Implications 

The oxidation kinetics of AlN were compared to that of boria-coated AlN, where it was 

shown that the inclusion of liquid boria resulted in the growth of thinner oxide layers 

containing Al18B4O33. Based upon SEM-EDS and XRD results, the boria film protected 

the AlN substrate from oxidation by 1) acting as a barrier to oxygen diffusion and 2) 

reacting with freshly oxidized AlN to form Al18B4O33 crystals, actively trapping boria into 

the oxide layer as it is incorporated within the Al18B4O33 crystal structure. The porous oxide 

layer of Al18B4O33 has a CTE similar to that of AlN and AlN/BN [8,26]. This offers a more 

compatible oxide layer for AlN ceramics than Al2O3, where thermal mismatch cracks are 

widely observed in the latter [26]. The Al18B4O33 layer eventually transforms to Al2O3 with 

prolonged exposure to high-temperature environments, behaving as a transitional oxide 

layer that slows down the rate at which AlN oxidizes to Al2O3. Similar observations were 

revealed in AlN/BN composite structures, indicating that the inclusion of BN in the 

composite results in a similar oxidation retardance in high-temperature, dry air 

environments.  

Al18B4O33 whiskers display a variety of morphological features, with some crystals 

exhibiting dimples or hollow cores after prolonged exposure to high-temperature 

environments. This change in morphology is still not fully understood. Nevertheless, 

potential reasons were offered, including dislocation strain energy, dissolution, and 

promoted growth along the edges and corners. It was further shown that the crystal 

morphological features could greatly affect the oxidation protection of the composite, with 

hollow cores providing pathways for oxygen diffusion that could be damaging to the non-

oxide. This, coupled with the transformation of Al18B4O33 to Al2O3, indicates that the 

oxidation protection witnessed from the Al18B4O33 layer is temporary, and depends on the 

duration and temperature of the exposure. 

The effective strength of interlocking Al18B4O33 whiskers was also evaluated and shown 

to vary with changing morphological features and composition, with coarse whiskers 

building stronger frameworks than hollow alumina tubes. It was also found that heat-

treating fractured AlN/BN composites in dry argon produced small quantities of Al18B4O33 

crystals between crack walls that improved the material’s flexural strength. These results 
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shed light to the healing abilities of AlN/BN when heat-treated, and show promise for the 

use of Al18B4O33 as a load-bearing, porous ceramic joint.  

Overall, the role of boria on the oxidation kinetics of AlN was revealed in detail, with 

helpful new insights into Al18B4O33 growth and how the crystal morphological features can 

affect the oxidation protection and mechanical properties of AlN/BN composites. 
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C h a p t e r  5  

ALUMINOSILICATE DEGRADATION IN ACIDIC ENVIRONMENTS 

The contents of this chapter are part of a manuscript in preparation titled “From Acidic Soil 

to Acid Rain: Chemical Transformations of Clay Mineral Surfaces from Exposure to Sulfuric 

Acid” by C. S. Chari, J. E. Heimann, Z. Rosenzweig, J. W. Bennett and K. T. Faber. C. S. 

Chari led the experimental portion of the work, supervised by Faber. J. E. Heimann led the 

computational portion of the work, co-supervised by Bennett and Rosenzweig. All authors 

were involved in designing the work. All authors were involved in preparing the manuscript. 

5.1. Introduction 

Aluminosilicate minerals are found abundantly in nature under an array of different 

chemistries and crystal structures, from phyllosilicates like mica to tectosilicates like 

feldspar. Kaolinite (Al2Si2O5(OH)4) is an example of a layered phyllosilicate mineral that, 

due to its plasticity and common geographic occurrence, has been used throughout history 

as a main ingredient in the production of pottery [1]. This versatile clay mineral can 

dehydrate at high temperatures, forming amorphous metakaolin (Al2Si2O7) above 600 °C 

and recrystallizing into a spinel-structure above 900 °C and mullite above 1000 °C [2,3]. 

Kaolinite and its high-temperature products are therefore important aluminosilicate 

minerals in the study of fired pottery including low-fired pottery, stoneware, and porcelain 

in the fields of archaeology and cultural heritage science.  

The structure of kaolinite consists of stacked layers of silica tetrahedra bonded to alumina 

octahedra through shared oxygen ions. The layers are connected through hydrogen bonds 

originating from hydroxyl groups attached to the aluminum ions. Because of their structure, 

phyllosilicates such as kaolinite have also been widely featured in the biomedical sciences 

including cosmetics and pharmaceuticals [4–7]. The high adsorption capacity [4], 

antiseptic nature, and bioactive properties of this clay mineral make it particularly desirable 

for use in therapeutic delivery [5]. More specifically, nano-engineered clay sheets have 

become materials of interest in biomedical applications, demonstrating a strong need for a 
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comprehensive understanding of the surface chemistry of these two-dimensional (2D) clay 

minerals across a wide range of variable chemical environments that include both acidic 

and basic pH. 

It is not well understood how these 2D aluminosilicate sheet-like structures behave under 

acidic conditions, let alone the atomistic changes that could happen at their exposed 

surfaces. This is a problem that also ties in with the geological origin of the clay mineral 

and the acidity of the soil in which it was generated and/or exposed. These variable 

conditions will influence the surface structure, and it has been shown that modifications of 

the surface chemistry of 2D materials have proven to be crucial for engineering tailored 

nanostructures and properties [8]. For example, incorporating specific functional groups 

on the surface could influence the electronegativity and adsorption affinity of the 2D 

material. Thus, chemical alterations at the surface of clay minerals could greatly modify 

the sought-after properties of the material, making it undesirable for certain applications. 

Through a different lens, this problem is also of great concern to the archeological sciences, 

where there is a limited understanding of the degradation mechanism of pottery exposed to 

acid rain or acidic soils [9–11]. 

Previous literature on the atmospheric weathering of feldspar has described acid leaching 

of alkalis and aluminum from the mineral surface, leaving behind a silica-terminated 

feldspar surface that appears to mitigate further corrosion [12]. A similar process, referred 

to as dealumination, has also been reported in the literature as being the primary industrial 

method for producing aluminum sulfate (Al2(SO4)3), also known as alum, for wastewater 

treatment, using sulfuric acid and clay minerals like kaolinite and metakaolin [13,14]. The 

results of these studies are concerning, as they suggest that alumina-rich surfaces are not 

completely inert to degradation from acidic environments, as previously thought [15]. 

Nevertheless, there is currently no detailed understanding of how these processes occur on 

an atomic-scale, resulting in the need to discern how thermochemical changes from acid 

interactions can influence the aluminosilicate surface structure. Insights into these 

processes would be beneficial to the archaeological and cultural heritage sciences, and to 

the aforementioned industries that utilize naturally occurring clay minerals.  
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The current study seeks to gain a mechanistic understanding of the acid corrosion process 

of the phyllosilicates kaolinite and metakaolin using a combined experimental and 

computational approach. Surface sensitive-techniques like X-ray photoelectron 

spectroscopy (XPS) and Fourier transform infrared spectroscopy coupled with Attenuated 

Total Reflectance (ATR-FTIR) are used to experimentally examine chemical alterations of 

the clay minerals after a week-long exposure to sulfuric acid (H2SO4). The surface changes 

as well as the dealumination process are further investigated using density functional 

theory (DFT) to probe the adsorption of H2SO4 and other sulfur-containing adsorbates on 

an atomistic level. The results from the surface reactivity study are then combined with a 

thermodynamics model to better understand acid-induced transformations of the mineral 

surfaces. Ultimately, we compare the dealumination of kaolinite to metakaolin surfaces 

under a variety of pH conditions, revealing environmental requirements for preventing 

acid-based degradation of clay minerals and 2D oxide materials. 

 

5.2. Methods 

5.2.1. H2SO4 Exposure 

5.2.1.1. Materials 

Powders of kaolinite (Al2Si2O5(OH)4, Sigma Aldrich) were used in this study. Metakaolin 

powders were prepared by heat treating kaolinite to 850 °C for 3h using a high-temperature 

box furnace (CM Rapid Temp 1700 °C Furnace) in stagnant air. The ramp rates used were 

3 °C/min for both heating and cooling.  

Solutions of sulfuric acid (99.999% H2SO4, Sigma-Aldrich) were prepared in the following 

concentrations: 1 M (pH 0), 0.01 M (pH 2), 0.0001 M, (pH 4) and 0.000001 M (pH 6). 

Powders of kaolinite (0.1 g) were immersed into borosilicate vials containing 5-mL 

solutions of each H2SO4 concentration. Each vial contained a Pyrex-coated magnetic stir 

bar rotating at 350 rpm, included to ensure powders were uniformly exposed to the acid. 

The process was repeated for powders of metakaolin.   
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After one week of the acid bath exposure, powders were separated from the H2SO4 

solutions using a porcelain Buchner funnel and filter paper (Whatman, Grade No. 1). The 

recovered powders were then washed with deionized water to remove excess sulfuric acid 

from their surface. The powders were then air dried before characterization.  

The remaining H2SO4 solutions were kept after the acid bath exposures, and a white 

precipitate could be extracted from said solutions with the addition of ethanol. The 

characterized precipitate was obtained by adding 25-mL of ethanol dropwise to 5-mL of 

the 1M H2SO4 remaining from a metakaolin acid bath experiment. A Pyrex-coated 

magnetic stir bar was used to aid the extraction process, rotating at 350 rpm.  

5.2.1.2. Characterization 

X-ray photoelectron spectroscopy (Kratos Ultra XPS) was used to quantify the relative 

ratio of Si wt.% to Al wt.% at the surface of the aluminosilicate layers. This was achieved 

by measuring the Al 2p and Si 2p peaks at a pass energy of 20 eV, with a total of 40 scans 

per peak for each sample. The peaks were calibrated using the C 1s peak at 284.8 eV. Two 

samples were measured for each condition. The average is reported, with the error term 

representing one standard deviation. The captured data were analyzed using CasaXPS 

software. Fourier-transform infrared spectroscopy (Thermo-Nicolet iS50 FTIR) coupled 

with Attenuated Total Reflectance (DuraScope ATR unit) were used to monitor changes 

in the bond structure of the aluminosilicate layers on a surface-sensitive level and to 

characterize the precipitate. X-ray powder diffraction (XRD, Rigaku SmartLab) was used 

to identify the crystalline precipitate. The positions of the diffraction peaks were calibrated 

using Si powder as a standard. The XRD data were interpreted using reference diffraction 

patterns of hydrated Al2(SO4)3 from the literature [16,17]. 

5.2.2. SO2 Exposure 

5.2.2.1. Materials 

Green body tiles of kaolinite (Al2Si2O5(OH)4, Sigma Aldrich) were prepared via slip 

casting using a graphite mold, and subsequently air dried for at least one day before firing. 

The kaolinite tiles and powders were fired at temperatures ranging from 300 °C to 900 °C 
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for 3h using a high-temperature box furnace (CM Rapid Temp 1700 °C Furnace) in 

stagnant air. The ramp rates used were 3 °C/min for both heating and cooling.  

An acid-resistant exposure chamber was constructed using a SiC tube and stainless-steel 

tubing, as illustrated in Figure 5.1. The SO2 source was a mixture of air mixed with 1% 

SO2 (1% Sulfur Dioxide Balance Air Size 150A, Airgas). Samples were exposed to SO2 in 

the chamber for the duration of three days. Two water-filled conical flasks were used to 

collect SO2 remains, trapping the off-gas inside the flasks as H2SO4. The exposure chamber 

and the flasks were kept inside a fume hood for improved ventilation in order to minimize 

any hazardous leaks. 

 

Figure 5.1. Schematic of SO2 exposure set-up, showing gas regulator, flow meter, 

stainless-steel tubing, SiC tube acting as the exposure chamber, and two water-filled 

conical flasks. 

5.2.2.2. Characterization 

ATR-FTIR as well as XRD analyses were performed on the fired powders and tiles. 

Hardness measurements were carried out on the tiles using a Vickers indenter and a load 

of 2.94 N. Archimedes’ technique was used to measure the open porosity of the fired tiles, 

using Eqn. 5.1: 
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Porosity (%) =
𝑚𝑠 − 𝑚𝑜

𝑚𝑠 − 𝑚𝑠𝑎𝑡
 

 

(5.1) 

 

where 𝑚𝑠 is the mass of the tile suspended in water, 𝑚𝑜 is the mass of the dry tile in air, 

and 𝑚𝑠𝑎𝑡 is the mass of the water-saturated tile in air. 

5.2.3. Computational Details  

5.2.3.1. Bulk Structures 

All calculations described here employed periodic DFT methods [18,19] and were carried 

out using Quantum Espresso, an open-source software package [20,21]. All atoms were 

represented using GBRV-type ultrasoft pseudopotentials [22,23]. A plane-wave cutoff of 

40 Ry and charge density cutoff of 320 Ry were employed for all calculations, in line with 

similar surface studies [24–26]. Bulk structural relaxations used a 6x6x6 k-point grid [27], 

and the energy convergence criteria for self-consistent relaxations is 5x10-6 eV. Geometry 

optimization of all surface-adsorbate interactions did not include fixing any layers; all 

atoms were allowed to fully relax [28]. All calculations were performed at the GGA level 

using the Wu-Cohen (WC) modified PBE-GGA exchange correlation functional for solids 

[29,30]. The atomistic pictures presented here were generated using XCrySDen [31].  

5.2.3.2. Surface Models 

Using the fully relaxed bulk kaolinite structure, a super cell repeat of 2x2x1 was generated. 

The supercell was cleaved along the [001] direction to create a supercell slab with only one 

kaolinite repeat in the [001] direction. In this surface slab, Al-O(H) octahedra were exposed 

as the top surface and Si-O(H) tetrahedra were exposed as the bottom surface. A side view 

picture along the [010] axis of the fully relaxed kaolinite is shown in Figure 5.2a, next to 

the top-down view along the [001] axis in Figure 5.2b. 
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Figure 5.2. Fully relaxed kaolinite surface model: a) Side view along [010] axis, and b) 

top-down view along the [001] axis. Aluminum, silicon, oxygen, and hydrogen are shown 

in gray, peach, red, and white, respectively. The unit cell is shown in green. 

5.2.3.3 DFT + Thermodynamics 

Combining DFT models and thermodynamics corrections has been essential to mapping 

changes in surface structure onto experiments performed across a wide range of 

environmental conditions. The range has varied from ultrahigh vacuum [32–34] to regimes 

of definite temperature and pressure, with variable humidity [35] and the inclusion of either 

implicit [36] or explicit [37] solvation effects. To better understand surface responses 

beyond vacuum, specifically under aqueous conditions, the DFT and thermodynamics 

model must account for processes like making and breaking bonds as well as solvation and 

redox [38]. Here the DFT + Solvent Ion model [39] was employed to compute the pH-

dependent thermodynamics associated with surface transformations including small 

molecule adsorption, ion release, and surface healing. This model can break an overall 

reaction cycle into elementary reaction steps which can be partitioned between theory (as 

DFT) and experiment (as tabulated data [40]) to compute overall ΔGtot. It does so by 

combining DFT-computed total energies as ΔG1 (making and breaking bonds) with 

experimentally determined changes in free energy in aqueous solutions as ΔG2 (solvation 

and redox), where ΔG2 contains Nernstian terms for changes in pH, applied potential, and 

concentration.  
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Zero-point energy (ZPE) correction terms were added to the DFT total energies of supercell 

surface slabs to obtain ΔG1, as described in Refs. [24,25] and in the style of Ref. [39]. For 

the solvent ion term, ΔG2 = ΔG0
SHE – neeUSHE - 2.303nH + kT pH + kT ln a(HxAOy)

z-, 

where ΔG0
SHE was the change in free energy of formation at standard state, eUSHE was the 

applied potential relative to the standard hydrogen electrode, and a(HxAOy)
z- were the 

concentrations of the dissolved constituent ions (assumed to be 1x10-6 M). The terms ne 

and nH+ were the respective number of electrons and protons involved in the chemical 

reactions required for surface atom release. 

Values of ΔG0
f were obtained from Ref. [40]. At conditions of eUSHE = 0 and a =1x10-6 M, 

DFT-calculable Pourbaix diagrams [41] showed that increasing pH from 0.5 to 6 changes 

the preferred aqueous species of Al from Al3+ to AlOH2+ at pH 5. Over the same range of 

pH values, the preferred aqueous species of sulfur (S) changes from HSO4
-1 to SO4

2- at pH 

2. For this series, each oxygen atom present in the aqueous species required the addition of 

1 ΔG0
SHE (O), which was -2.46 eV, to the ΔG0

f values obtained from Ref. [40]. This 

converted each ΔG0
f into a ΔG0

SHE per species, which was added into the expression for 

ΔG2. The expressions for ΔG2 for each species are shown in Section C.1.1 of Appendix C. 

They are given relative to the standard states of these elements (O2 and H2 gas). This is 

discussed further in Section S2 of the Supplementary Information of Ref. [42]. 

While the DFT + Solvent Ion model has already been used to investigate cation release 

from delafossites and carbonates [25,26,35,42–44] and adsorption of ions on mineral 

oxides [45,46], it has not yet been used to probe the effects of sulfurous adsorbates on 

kaolinite. Here, the model is used to compute the pH-dependent thermodynamics 

associated with the adsorption and release of sulfur-containing adsorbates on kaolinite, 

partially dehydrated kaolinite, and metakaolin surfaces in aqueous environments. 
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5.3. Results and Discussion 

5.3.1 H2SO4 Exposure 

5.3.1.1 Aluminosilicate Powders 

Powders of kaolinite and metakaolin were studied using XPS to determine the relative ratio 

of Si to Al on the aluminosilicate surface. Figure 5.3a shows a typical survey spectrum for 

kaolinite and metakaolin powders, where the Al 2p peak (Figure 5.3b) and Si 2p peak 

(Figure 5.3c) were used to determine the Si/Al ratio (wt.%/wt.%) of samples exposed to 

different pH conditions. A more detailed summary of the spectra and collected data is 

outlined in the Appendix C.     

Indicated in Figure 5.3d, the neutral (pH 7) reference powders of the aluminosilicates have 

comparable ratios to one another, where Si/Al is 1.40 ± 0.01 in kaolinite, and 1.38 ± 0.03 

in metakaolin. Figure 5.3d demonstrates that this ratio changes significantly after the 

aluminosilicates are exposed to H2SO4 baths of different concentrations. In fact, there is a 

gradual increase in the Si-content at the surface of the powders with decreasing pH. The 

magnitude of this trend, however, varies greatly between kaolinite and metakaolin. 

In kaolinite, the increase in the ratio of Si/Al is shallow, reaching a maximum value of 1.56 

± 0.01 when the pH of the acid bath is 0. This indicates that, under highly concentrated 

H2SO4 environments, there is a measurable loss of Al from kaolinite surfaces. Previous 

literature on the production of alum for water-treatment [13,14] indicates that this loss of 

Al is due to the formation of Al2(SO4)3 during the acid exposure, described by: 

 

Al2Si2O5(OH)4(s) + 3H2SO4(aq) → Al2(SO4)3(aq) + 2SiO2(s) + 5H2O(l) (5.2) 

 

Thus, within the first 1.4 nm from the surface (see Appendix C for estimation on analysis 

depth), the kaolinite powders are steadily dissociating and reacting to form Al2(SO4)3 and 

SiO2 with increasing acidity. We hypothesize that the sulfate salt dissolves in the acid bath 

solution, leaving behind a silica-rich surface layer on kaolinite that could be detected with 

XPS, as shown in Figure 5.3d. 
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Figure 5.3. XPS data analysis: a) Representative XPS survey spectrum of the 

aluminosilicate powders, as well as representative spectra of the b) Al 2p peak and c) Si 

2p peak. Example spectra shown in a)-c) are of reference kaolinite. d) Ratio of Si wt.% 

and Al wt.% as a function of pH for H2SO4 exposures of kaolinite (■) and metakaolin (●). 

In metakaolin, an analogous chemical transformation is observed with exposures to H2SO4 

solutions of pH 6 and 4, as seen in the inset in Figure 5.3d, where metakaolin appears to 

experience a marginally greater loss of Al than kaolinite. In fact, the Si/Al ratio of 

metakaolin at pH 6 is 1.52 ± 0.03, approximating the value seen in kaolinite at pH 0. As 

with kaolinite, previous literature [13,14] implies that the loss of Al from the metakaolin 

surface is due to the formation of Al2(SO4)3 as follows: 

 

Al2Si2O7(s) + 3H2SO4(aq) → Al2(SO4)3(aq) + 2SiO2(s) + 3H2O(l) 

 

(5.3) 

Strikingly, the Si/Al ratio of metakaolin increases significantly to 2.10 ± 0.07 at pH 2 and 

then further to 3.55 ± 0.23 at pH 0 (Figure 5.3d). This suggests that the metakaolin surface 

is capable of silicifying to a larger extent than kaolinite surfaces and that Reaction (5.3) is 

favored at a pH lower than 4. It is important to note that S 2p peaks were not identified in 
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any of the XPS survey spectra, indicating that the sulfate salts likely dissolved in the acid 

bath to generate the silica-terminated surfaces on the aluminosilicate powders analyzed 

with XPS.  

 

Figure 5.4. ATR-FTIR spectra of a) kaolinite and b) metakaolin, including signatures of 

reference powders and powders exposed to H2SO4 solutions of pH 6, 4, 2, and 0. 

ATR-FTIR was then used to further understand the changes in the surface chemistry of 

kaolinite and metakaolin exposed to H2SO4. Figure 5.4a shows the chemical signatures of 

the reference kaolinite compared to kaolinite exposed to different concentrations of H2SO4 

solutions. The positions of most sharp peaks remain constant in all samples, with similar 

absorbance intensities. These peaks correspond to Si-O bands at 1112 cm-1, 1024 cm-1, 

1001 cm-1, 460 cm-1 and 430 cm-1; Al-OH bands at 937 cm-1 and 907 cm-1; and Al-O-Si 

bands at 798 cm-1, 747 cm-1, 640 cm-1 and 531 cm-1, which match closely with previous 

results from the literature [47]. It should be noted that a measurable shift towards larger 

wavenumbers is visible in Si-O bands located at both 460 cm-1 and 430 cm-1. This slight 

shift indicates that exposures to acidic environments can alter the Si-O bond length, causing 

it to marginally decrease. However, the similarities in the intensities and positions of all 

other peaks suggest that, at large, the pH does not significantly impact the kaolinite 

structure. This echoes the XPS results seen in Figure 5.3d, where the trend of increasing 

Si/Al with acidity is shallow in kaolinite, demonstrating minimal chemical changes to the 

surface with minimal dealumination occurring.      
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In contrast, the chemical signature of the reference metakaolin compared to metakaolin 

exposed to different concentrations of H2SO4 solutions (Figure 5.4b) exhibits peaks that 

are much broader than those in the kaolinite spectra. This is due to the amorphous nature 

of metakaolin that results in a wider distribution of bond lengths of Si-O and Al-O-Si and 

an absence of Al-OH. The positions of such broad peaks remain similar in all samples; 

however, there is a clear variation in the absorbance of Si-O bands located near 445 cm-1, 

where the absorption intensity steadily decreases with increasing acidity. This indicates the 

occurrence of acid-induced alterations to the metakaolin surface, much clearer than 

previously observed in kaolinite.  

Additionally, there is a notable decrease in the absorbance of Al-O-Si bonds positioned at 

800 cm-1, 777 cm-1, 643 cm-1 and approximately at 564 cm-1
 as the acidity of the 

environment increases. This is indicative of Al-O-Si bond breaking with decreasing pH 

(increasing acidity), potentially due to dealumination as illustrated in Reaction (5.3). On 

closer inspection, Figure 5.4b reveals minimal signs of dealumination at pH 4 and 6. This 

is especially evident in contrast to the spectra at pH 2 and 0, where the breakage of Al-O-

Si bonds is noticeable compared to the reference spectrum. Consistent with XPS data 

shown in Figure 5.3d, these results indicate that metakaolin degradation is enhanced at a 

pH environment lower than 4. Another notable observation is that the peaks associated 

with Si-O bonds, positioned at 1053 cm-1 and 445 cm-1, have higher absorbance than the 

Al-O-Si bands at a pH of 2 or lower, implying that the metakaolin surface is becoming 

relatively richer in silica as dealumination progresses.   

5.3.1.2 Remaining Acid Bath Solution 

Upon the completion of the acid bath exposures, a white precipitate could be extracted 

from the H2SO4 solutions. ATR-FTIR was used to identify the precipitate, which was found 

to consist largely of amorphous silica, with peaks corresponding to Si-O bands centered at 

1065 cm-1, 797 cm-1, and 453 cm-1 (Figure 5.5a), in agreement with values from the 

literature [48]. In addition, peaks centered at 1665 cm-1, 1141 cm-1, 673 cm-1, as well as 

605 cm-1 indicated the presence of Al2(SO4)3. Peaks corresponding to residual ethanol 

(used in the extraction process) could also be identified at 1383 cm-1 (C-O), 2993 cm-1 (C-

H), and 3366 cm-1 (O-H), the latter of which may also be from hydrated Al2(SO4)3. These 
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results are corroborated by XRD (Figure 5.5b), which reveals that the precipitate is a 

mixture of amorphous silica and hydrated Al2(SO4)3 generated by Reaction (5.3).  

 

Figure 5.5. Spectra of precipitate obtained from exposing metakaolin to 1M H2SO4, 

including a) ATR-FTIR and b) XRD, showing amorphous silica background and hydrated 

Al2(SO4)3 peaks (●). 

The results of these findings imply that metakaolin, which is fundamentally heat-treated 

kaolinite, is prone to considerable chemical alterations from exposures to H2SO4, a 

pollutant that is frequently found in acidic soils and acid rain environments. Interactions 

between H2SO4 and the Al cations on metakaolin surfaces lead to Al-O-Si bond breakage 

as Al leaches out of the material in the form of Al2(SO4)3, resulting in a silica-terminated 

surface (Figure 5.3d). 

Our results also demonstrate that amorphous SiO2 could be extracted from the remaining 

acid bath, pointing to the additional degradation of the silica-rich layer during the week-

long experiment. It is possible that the experimental setup used here is partially responsible 

for this observation, as the powders were constantly stirred within the acid bath solutions 

for the duration of the experiment. This could cause the chemically altered surfaces to 

physically break by force. Despite the extraction of amorphous SiO2, the results outlined 

in Figure 5.3d and Figure 5.4a-b show remarkable signs of a silica-rich passivation layer 

developing on the surface of metakaolin. Due to the chemical stability of silica, this 

passivation layer could mitigate further corrosion of the powders at a given pH 

environment. 
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5.3.2 SO2 Exposure 

5.3.2.1. Firing Temperature 

From an archeological and conservation science perspective, the fundamental difference 

between kaolinite and metakaolin in their interactions with S-rich pollutants is an important 

finding that motivates further studies on the degradation of low-fired pottery. Primarily, it 

is important to investigate whether the dealumination process could impact not just 

powders, but also objects fired at different temperatures. To consider this, kaolinite 

powders and green bodied tiles were fired at temperatures ranging from 300 °C to 900 °C, 

and later exposed to vapors of SO2.    

 

Figure 5.6. Spectra of heat-treated kaolinite, fired at temperatures ranging from 300 °C 

to 900 °C, including a) XRD and b) ATR-FTIR. c) ATR-FTIR spectra of as-purchased 

kaolinite. Note that XRD spectra shows presence of kaolinite (○) and quartz (■). 

X-ray diffraction spectra shown in Figure 5.6a highlight the evolution of kaolinite into 

metakaolin. Samples fired at 300 °C and 400 °C have preserved the crystalline structure of 

kaolinite. Samples fired at 500 °C retain small amounts of the kaolinite structure, however 

at this temperature the majority of the material converts into amorphous metakaolin. Above 

500 °C, traces of kaolinite are fully transformed into metakaolin, and the only crystalline 
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component detected is from the quartz traces that were originally present in the as-

purchased kaolinite. Similarly, ATR-FTIR spectra in Figures 5.6b-c indicate that samples 

fired at 300 °C and 400 °C have a comparable structure to kaolinite, however with less 

intense Al-OH bands at 937 cm-1 and 907 cm-1
.  At firing temperatures of 500 °C or higher, 

the spectrum starts to resemble the fingerprint of metakaolin, previously seen in Figure 

5.4b. Notably, the position of Si-O bands at 1053 cm-1 appears to shift towards higher 

wavenumber as the firing temperature increases, illustrating the gradual conversion of the 

material into an amorphous structure. The XRD and ATR-FTIR spectra of the fired 

powders were identical to the spectra of the fired tiles. 

The observations seen in Figure 5.6 allow us to categorize structures based on their firing 

temperature: (i) kaolinite is the raw clay, (ii) partially dehydrated kaolinite is observed at 

300 °C and 400 °C, and (iii) metakaolin is observed at 500 °C or higher. 

In order to examine how the mechanical properties of the tiles changed with firing 

temperature, the Vickers hardness of the fired tiles were measured, shown in Figure 5.7a-

b. In general, the metakaolin tiles (500 °C and above) have a hardness comparable to talk 

(1 on the Mohs scale), with values rising exponentially above 800 °C due to sintering and 

densification effects. The hardness of the partially dehydrated kaolinite tiles (300 °C and 

400 °C) are significantly lower, as a consequence of the hydroxylated sheet-like structure 

that facilitates the compression of the material. The porosity of the tiles, seen in Figure 

5.7c, similarly depends on the firing temperature of the tile.  The porosity of metakaolin 

tiles decreases down to 54.6 ± 1.3 % with increasing temperature, with the most porous tile 

being created at 500 °C. The porosity of the partially dehydrated kaolinite tile (400 °C) is 

comparatively higher, with values reaching 61.6 ± 2.9 %. Note that it was not possible to 

measure the porosity of the tile fired at 300 °C, due to it disintegrating in water upon 

immersion. It is expected that the high open porosities seen in all samples (Figure 5.7c) 

directly influence the low hardness of the tiles (Figure 5.7b). 

In comparison, the expected hardness of low-fired pottery, more specifically that of low-

fired earthenware objects, is cited as being close to 4 on the Mohs scale, however this is 

largely dependent on the composition of the original clay which might additionally contain 

feldspar and glass-forming materials like lime and quartz to aid with densification [49]. 
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Our findings in Figure 5.7a-b provide a fundamental understanding of how the hardness of 

pure kaolinite tiles are affected by firing temperatures. The intention of this study is to 

provide a base assessment that can be built on in future experiments, when eventually more 

complex low-fired systems (e.g., containing additions of feldspar, mica, silica, iron oxides 

etc.)  will be investigated. 

 

Figure 5.7. Hardness of tiles fired at temperatures ranging from 300 °C to 900 °C: a) 

micrograph of indentations and b) Vickers hardness. c) Porosity of tiles measured using 

Archimedes’ technique. 
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The fired tiles were exposed to SO2 mixed with air, as illustrated in Figure 5.1. Figure 5.8a 

shows the resulting ATR-FTIR spectra and compares it to the original spectra before the 

exposure. The spectrum of the partially dehydrated kaolinite sample (400 °C) is similar to 

the original, showing identical peak positions and absorption intensities, reminiscent of 

results seen in Figure 5.4a. In contrast, the spectra of the metakaolin samples (500 °C and 

above) show a shift in the Si-O bands, located near 1053 cm-1 and 438 cm-1, towards higher 

wavenumbers after exposures to SO2. This shift indicates that the tile surfaces (within 1 

µm from the surface) are richer in silica after the SO2 exposure, a result that could imply 

the occurrence of dealumination, as previously seen in Figure 5.3.  

 

Figure 5.8. Spectra of heat-treated kaolinite, fired at temperatures ranging from 300 °C 

to 900 °C, before (|) and after (:) exposures to SO2: a) ATR-FTIR and b) XRD. c) Vickers 

hardness of tiles before (×) and after (●) exposures to SO2, including a rehydroxylated 

sample in red. 

Note that the largest shift is observed at 500 °C, where high porosities were observed that 

could facilitate interactions between SO2 and the aluminosilicate surface area. However, 

such a shift is not observed in Figure 5.4b, potentially due to the set-up of the acid bath 
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experiment where constant stirring caused the silica-rich passivation layer to break down, 

forming a white precipitate that became separated from the aluminosilicate powders. The 

absorption intensities of Al-O-Si bands in Figure 5.8 remain largely intact after the SO2 

exposure, suggesting that the pH of the SO2 environment is approximately equal to 6, based 

on previous results from Figure 5.4b.    

Nevertheless, Al2(SO4)3 is not detected in the ATR-FTIR (Figure 5.8a) nor XRD (Figure 

5.8b) spectra. It is not fully understood why Al2(SO4)3 is not visible, however this might 

be due: 1) the sulfate salt is present in ppm quantities, which are difficult to detect, 2) the 

SO2 concentration was too low, or the environment too dry, for dealumination to take place, 

3) a different silicifying process is occurring that is not dealumination. Figure 5.8c shows 

the hardness of the tiles after the exposure, where it was found that the dry, acidic 

environment did not alter the hardness in any statistically significant way. 

5.3.2.2. Rehydroxylation 

In addition to probing the effects of firing temperature, porosity, and environmental pH, it 

was decided to investigate the effect of environmental humidity on the properties of a fired 

tile. A tile fired at 900 °C was immersed in water for a week, after which the hardness of 

the tile was remeasured, seen in Figure 5.8c in red. It was found that the hardness of the 

tile nearly halved in size after being exposed to extreme humidity. The intake of water into 

the porous body caused the sample to rehydroxylate and thus revert back to a clay-like 

consistency as denoted by the softening of the body. 

The rehydroxylated tile was subsequently exposed to SO2 for the duration of 3 days. Figure 

5.8a shows the ATR-FTIR spectra of the tile before and after the exposure, demonstrating 

that the spectrum remained unchanged after the exposure. This is likely a result of preferred 

interactions between SO2 and H2O molecules to form H2SO4, temporarily protecting the 

aluminosilicate from reacting with SO2 during this short 3-day long exposure. As a result, 

the rehydroxylated tile did not show any evidence of dealumination. In addition, the 

exposure to SO2 mixed with air did not alter the hardness of the rehydroxylated tile in any 

statistically significant way.       
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5.3.3. Surface Reactivity Study 

To further investigate the interaction of these aluminosilicate clay minerals with H2SO4 

and other sulfur-containing adsorbates including SO2, SO3, and H2SO3, we modelled the 

relevant surface-adsorbate interfaces and calculated the corresponding adsorption energies 

Eads as follows: 

                       𝐸𝑎𝑑𝑠 =  𝐸𝑠𝑦𝑠𝑡𝑒𝑚 − (𝐸𝑎𝑑𝑠𝑜𝑟𝑏𝑒𝑛𝑡 + 𝐸𝑎𝑑𝑠𝑜𝑟𝑏𝑎𝑡𝑒)                                                  (5.4) 

where Esystem is the energy of the interface with the surface (or adsorbent) and adsorbate 

interacting, Eadsorbent is the energy of just the chosen surface, and Eadsorbate is the energy of 

the specific adsorbate isolated in vacuum. 

In the present work, we explored the reactivity of three clay mineral surfaces: native 

kaolinite with no defects, a partially dehydrated kaolinite surface (– H2O), and metakaolin 

(– 2 H2O). For native kaolinite and partially dehydrated kaolinite, the 2x2x1 periodic 

surface slab was generated as previously reported [50]. The partially dehydrated kaolinite 

surface was viewed as the first step in a two-part dehydration process in which one water 

molecule is removed from the surface in each step. Thus, to generate the metakaolin model, 

an additional water molecule was removed from the partially dehydrated kaolinite surface 

as shown in Figure 5.9, creating a first-approximation of an amorphous structure on a local 

level. An additional figure highlighting the location of the removed atoms is provided in 

the Appendix C.  

Table 5.1 provides the calculated adsorption energies for the four chosen sulfur-containing 

adsorbates on the three surfaces. Depictions of all surface-adsorbate interfaces not shown 

in the present text or in Ref. [50] are provided in the Appendix C. As shown in Table 5.1, 

there is a distinct pattern in reactivity among the three surfaces: native kaolinite << partially 

dehydrated kaolinite < metakaolin. That is, sulfur-containing adsorbates interact least 

strongly (i.e., have the least negative adsorption energy) with kaolinite and most strongly 

(i.e., have the most negative adsorption energy) with metakaolin. The partially dehydrated 

kaolinite surface falls in the middle, generally with a larger difference between the 

adsorption energy of partially dehydrated surface and native kaolinite than between the 

partially dehydrated surface and metakaolin. Removing one or two water molecules from 
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kaolinite generates a more strained, buckled structure that has surface aluminum cations 

(gray atoms in Figure 5.9) in undercoordinated environments (4- or 5-coordinate) [51]. As 

evidenced by the calculated adsorption energies in Table 5.1, the dehydration process 

generates surfaces that are more reactive towards sulfur-containing adsorbates and, 

consequently, more susceptible to dealumination in the presence of H2SO4 (vide infra). 

These findings further support the experimental evidence of acid-induced alterations to the 

metakaolin surface presented in Figures 5.2d and 5.3. Furthermore, in light of these 

computational results, we propose that the observed differences in the experimentally 

determined reactivity of kaolinite and metakaolin are linked to the coordination of 

aluminum cations at the surface of the material. 

 

Figure 5.9. Scheme showing the two-step transformation of native kaolinite to 

metakaolin. 

Figure 5.10 provides an in-depth comparison of the interactions observed between H2SO4 

and the three clay mineral surfaces. Because the native kaolinite surface is fully 

hydroxylated, the main interaction type observed is hydrogen bonding between the surface 

hydroxyl groups and the oxygen atoms of the acid molecule. The basic surface also 

deprotonates the acid to generate a surface water and a hydrogen sulfate anion (HSO4
-). 

Table 5.1. Adsorption energies on the native kaolinite, partially dehydrated kaolinite, and 

metakaolin surfaces. 

Surface Eads SO2 (eV) Eads SO3 (eV) Eads H2SO3 (eV) Eads H2SO4 (eV) 

Native Kaolinite -0.74a -1.71a -1.46a -1.34 

Partially Dehydrated 

Kaolinite 
-1.63 -3.05a -3.16 -3.05 

Metakaolin -2.83 -3.84 -3.58 -4.47 

aThese values are taken from Ref. (50). 
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This deprotonation similarly occurs on the partially dehydrated surface. However, in both 

the partially dehydrated kaolinite and metakaolin surfaces, the predominant interaction is 

now the formation of new Alsurface-Oadsorbate bonds. The formation of these bonds is at least 

partially explained by the presence of undercoordinated aluminum cations on the 

dehydrated surfaces, which, as previously noted, is proposed to contribute to the increased 

reactivity of the partially dehydrated kaolinite and metakaolin surfaces. These 

undercoordinated aluminum cations are not present on the native kaolinite surface. 

Consequently, we propose that the dehydration process generates undercoordinated 

aluminum sites, which in turn facilitates the formation of Alsurface-O(S)adsorbate bonds. The 

generation of these new Al-O(S) bonds suggests a mechanism of Al2(SO4)3 formation and 

primes the surface for Al2(SO4)3 release, which has been confirmed experimentally (vide 

supra). In the partially dehydrated kaolinite interface, the HSO4
- anion is positioned so that 

one of the adsorbate oxygen atoms is located in between two undercoordinated aluminum 

centers. One new Alsurface-Oadsorbate bond (2.11 Å) is formed, and a second longer interaction 

(2.29 Å) to a different aluminum cation is also present. Notably, the metakaolin surface 

doubly deprotonates the sulfuric acid molecule to generate two new surface hydroxyl 

groups and a bound SO4 unit. The SO4 unit once again is located in between two 

undercoordinated aluminum centers, here forming two strong Alsurface-Oadsorbate bonds (1.92 

and 1.99 Å) and completing the octahedral coordination spheres of the two aluminum 

centers.  

 

Figure 5.10. H2SO4 interacting with the a) native kaolinite, b) partially dehydrated 

kaolinite, or c) metakaolin surface. 

 



71 
 

5.3.4 Thermodynamic Analyses 

As depicted in Figure 5.10, the interaction of small molecules containing a central S6+ 

cation can vary significantly with changes to the surface structure. Going from (a) to (b) in 

Figure 5.10, the dehydration of kaolinite led to surface transformations that interrupted 

surface bonds. To explore how these surface transformations could affect the adsorption 

and release properties of probe adsorbates, the following thermodynamics analysis was 

performed using SO3 as the probe molecule: a) SO3 was adsorbed to the mineral surface, 

creating new Sadsorbate-Osurface bonds and effectively forming a surface-bound SO4 molecule, 

b) Al and HxSO4 were released from the surface into solution, and finally c) the surface 

was healed with protons from surrounding H2O. This three-step reaction process 

(adsorption, release, and healing) is shown in Figure 5.11 and resulted in a charge neutral 

defect surface. This process was mapped out for the pH range of 0.5 to 6. Over this pH 

range, there are two aqueous speciation changes to consider. Al changes from Al3+ (ΔG0
SHE 

= -5.03 eV) to AlOH2+ (ΔG0
SHE = -4.73 eV) at pH 5, and S changes from HSO4

-1 (ΔG0
SHE 

= +2.00 eV) to SO4
2- (ΔG0

SHE = +2.12 eV) at pH 2. The results of the overall cycle are 

depicted in Figure 5.12, which is a plot of ΔGtot vs. pH, and the complete cycles are outlined 

in Section S1 of Appendix C. 

 

Figure 5.11. Representative scheme showing the three-step reaction cycle with 

metakaolin to generate a defect, charge neutral surface. The first reaction is adsorption, 

and the second reaction includes both the release and healing steps. 

The SO3 adsorption step on kaolinite, partially dehydrated kaolinite, and metakaolin 

surfaces has an Eads value of -1.71, -3.05, and -3.84 eV, respectively (Table 5.1), indicating 

that SO3 does not bind as strongly to a kaolinite surface with a full layer of Al-O(H) bonds 

when compared to a metakaolin surface that has lost multiple H2O molecules. When SO3 
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binds to these surfaces, it creates surface HxSO4 groups, which are energetically favorable. 

However, when released, this requires energy to break multiple Al-O surface bonds, which 

is partially compensated by a) releasing ions into solution and b) forming surface H-O-Al 

bonds when the surface is healed. 

 

Figure 5.12. ΔG of the total cycle (adsorption, ion release, and surface healing) indicate 

that kaolinite and partially dehydrated kaolinite (with ΔG > 0 eV) will not behave like 

metakaolin (ΔG < 0 eV), which is predicted to dissolve in solutions with pH below 3.48. 

This pH value agrees with the experimental data indicating that metakaolin degradation 

is enhanced at pH environments lower than 4. The change in slope before pH 5 is caused 

by the change in Al speciation from Al3+(aq) to AlOH2+(aq). 

In the cycles investigated here, both an aluminum cation and HxSO4 are released into 

solution in the second step (as Al3+(aq) and HSO4
-1(aq)), necessitating the addition of a 

proton from solution to heal the surface. For kaolinite, the sum of (free) energies for the 

cycles at pH 2 is -1.71 eV + 16.41–eV - 11.56 eV = +3.14 eV, while for metakaolin it is -

3.84 eV + 14.02–eV - 11.56 eV = -1.38 eV. The first numbers in these summations are the 

adsorption energy values from Table 5.1, the second numbers are the ΔG1 contributions 

from making and breaking bonds, and the third numbers are the ΔG2 contributions from 

releasing ions into solution. As the number of atoms released to solution does not change, 
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the ΔG2 contribution to the cycles are the same at pH 2 (-11.56 eV). The largest differences 

here are the two DFT computed pieces: Eads and the breaking of bonds that occurs in the 

first two steps of the cycle. The metakaolin surface has a more favorable Eads by 2.13 eV, 

and it is easier to release HxSO4 ions to solution (since there are fewer bonds to break) by 

2.39 eV. These favorable contributions decrease the overall ΔGtot by over 4 eV, which is 

the large difference between the black (kaolinite) and blue (metakaolin) trendlines in 

Figure 5.12. The results of the thermodynamics analyses match strongly with the 

experimental data shown in Figures 5.2d and 5.3, where metakaolin surfaces undergo 

significant chemical transformations at pH 2 and 0. The dehydrated surface of metakaolin 

has undercoordinated aluminum cations, which allow for the formation of Alsurface-

O(S)adsorbate bonds when SO3 (or H2SO4) enters an open coordination site. The new Al-O(S) 

bonds create Alx(SO4)y units on the surface, which can then be released into solution (as 

evidenced in ATR-FTIR and XRD results in Figure 5.5). In comparison, the aluminum 

cations on the kaolinite surface are fully coordinated, meaning a sulfur-containing 

adsorbate cannot find an open coordination site and bind to the aluminum to form a 

Alx(SO4)y unit. Consequently, kaolinite undergoes minimal structural changes from H2SO4 

exposures due to the limited interactions between the Al and the sulfur-containing 

adsorbates.  

 

5.4 Summary 

Chemical alterations on the surface of the 2D clay materials, kaolinite and metakaolin were 

investigated through a combination of experimental and computational methods. Powder 

samples were exposed to H2SO4, and it was observed that both clay minerals undergo a 

loss of aluminum to some extent, with metakaolin experiencing the greater alteration. We 

used DFT methods to inform our exposure studies by exploring the thermodynamics of 

surface transformations that could lead to aluminum release. Our modeling efforts probed 

the interactions between the 2D clay mineral surfaces and H2SO4 as well as other sulfur-

containing adsorbates, and these results were used in conjunction with experimentally 

determined changes in free energy via a DFT + Solvent Ion model to determine how surface 

hydration could affect the thermodynamics of material dissolution. Our DFT surface 
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reactivity studies demonstrated that the dehydrated surface of metakaolin interacted most 

strongly (i.e., had the most negative adsorption energy) with the chosen adsorbates and that 

only metakaolin would release ions, corresponding to aluminum sulfate salts, below pH 

values of approximately 3.5. Experimentally, interactions between exposed aluminum 

cations on the metakaolin surface and the sulfur-containing adsorbates resulted in the 

formation of hydrated Al2(SO4)3. Most importantly, the agreement between theory and 

experiment for the onset pH values of Al release (determined to be below 3.5 and 4.0, 

respectively) and the finding that these processes would occur for metakaolin but not 

kaolinite are highlighted. The removal of these aluminum sulfate units generated a silica-

terminated surface. Thus, the production and loss of aluminum sulfate could be detrimental 

to the clay mineral, affecting the surface properties and potentially limiting its use for 

certain applications.  

Within archaeological and cultural heritage contexts, this study reveals potential issues for 

low-fired pottery exposed to acid rain or acidic soils. Our results show that chemical 

transformations can still be identified in metakaolin even at pH values of 4 and 6, albeit to 

a much lesser extent than pH 0 and 2. Namely, dealumination at 4 < pH < 6 indicates the 

precipitation of Al2(SO4)3. This sulfate salt, a known mordant, could facilitate the binding 

of stains onto the ceramic, which would be detrimental for the conservation of such objects 

[52]. Additionally, the precipitation of Al2(SO4)3 within low-fired pottery could damage 

the porous object by causing internal cracks to form upon the crystallization of the sulfate 

salts.  

The effects of firing temperature, porosity and humidity were further investigated to 

determine the stability of low-fired objects. The hardness of kaolinite tiles was shown to 

depend on all three aforementioned factors, emphasizing the need for careful control of 

both pH and humidity in current conservation protocols of low-fired pottery. It is 

recommended that future experiments combine SO2 and humidity exposures together, to 

better simulate acid rain environments, and to reach more conclusive results than what has 

already been observed in dry SO2 exposures. Future experiments should also focus on 

modeling more complex interpretations of low-fired aluminosilicate composites, to 

consider effects from additions of feldspar and glass-forming inclusions.  
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C h a p t e r  6  

SYNTHESIS AND CHARACTERIZATION OF LUSTER GLAZES  

The contents of this chapter are also presented in “Nanoscale engineering of gold particles 

in 18th century Böttger lusters and glazes” by C. S. Chari, Z. W. Taylor, A. Bezur, S. Xie and 

K. T. Faber, which was published in the Proceedings of the National Academy of Sciences 

in 2022 [1]. C. S. Chari led the experimental portion of the work on the reproductions. A. 

Bezur led the experimental portion of the work on the historic samples, with assistance from 

S. Xie. Faber supervised all experimental work. In addition, Z. W. Taylor led the theoretical 

portion of the work, supervised by Faber and co-supervised by Chari. Chari, Faber and Bezur 

were involved in designing the work. All authors were involved in preparing the manuscript. 

6.1 Introduction 

The story of Böttger luster starts with the ambitious avarice of a porcelain-crazed monarch: 

Augustus the Strong, Elector of Saxony (1694-1733). In the 17th century, Chinese porcelain 

was widely sought after by European aristocrats for its unrivalled delicacy and translucence. 

The original recipe of hard-paste porcelain, composed mostly of acicular mullite crystals and 

quartz grains in a glassy matrix, was closely guarded by Chinese potters for centuries, 

enhancing the value of this luxury product. The arcanum for porcelain was deeply coveted 

by European nobility along with the ability to transmute ordinary metals into gold. The latter 

pursuit led Augustus the Strong to summon the alchemist Johann Friedrich Böttger to his 

palace in Dresden in 1702, in a bold attempt to discover the formula for the philosopher’s 

stone. Unfortunately for Böttger, the task was undeniably impossible, resulting in a series of 

failed experiments, unsuccessful attempts to flee, and his forceful recaptures [2].  

Böttger’s luck turned around in 1708, when he was able to appease Augustus the Strong by 

successfully producing the first Continental European hard-paste porcelain, also referred to 

as white gold [2,3]. In contrast to Chinese porcelain, Böttger porcelain contained high 

amounts of lime and low amounts of quartz, making it stronger and more resistant to thermal 
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shock than contemporary porcelain formulations [4]. The Meissen Manufactory, established 

in 1710 by Augustus the Strong and continuing to date, transitioned from producing calcium-

rich Böttger porcelain to making potassium-rich Meissen porcelain around 1730 when 

feldspar replaced calcined alabaster as a flux [4,5]. 

Figure 6.1. Teapot from Meissen Porcelain Manufactory, Art Institute of Chicago 1991a-b: 

a) full view, b) close-up of teapot showing Böttger luster. 

During its first decade of existence, the Meissen Manufactory struggled to produce overglaze 

polychrome decorations that were compatible with the high temperatures needed to fire 

porcelain - just over 1350 °C [4,6]. Following countless experiments, the factory eventually 

became famous for developing a purple, iridescent overglaze decoration known as Böttger 

luster [7], also referred to as the mother-of-pearl glaze, opal glaze and (somewhat 

confusingly) “copper color” [6,8], seen as the purple decoration in Figure 6.1 in the cartouche 

surrounding the central decoration. Recent translations of historical recipes from the Meissen 

Manufactory reveal that the hue and iridescence of the glaze could be due to gold embedded 

in the top glaze layer [6,9]. The luster glaze is distinct from Purple of Cassius, a 

contemporaneous purple colorant used at Meissen to achieve hues ranging from purple to 

pink that is non-iridescent and composed of gold nanoparticles well-dispersed in a tin-

containing and lead-rich glassy matrix [10–12]. The recipe for Böttger luster lacks tin, though 

it is also based on a lead-rich glassy matrix. Böttger luster also differs from colloidal gold-
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based glasses, glazes and enamels with red to violet colors prepared with arsenic salts and 

used in Bernard Perrot’s workshop, pre-dating Meissen’s polychrome wares [13,14]. 

The formation of metal nanoparticles in overglaze decorations to create lustrous effects has 

been employed by artisans since 9th century CE Mesopotamia, most prominently used in 

Spain and Italy from the 14th to the 16th centuries [15]. The luster layer is typically applied 

by depositing a mixture of metal salts and oxides to the surface of a glazed ceramic and then 

heating the piece to 600 °C in a reducing atmosphere, achieved by adding smoking 

substances into the kiln that inhibit the flow of oxygen, e.g., burning wood. This process 

allows the metal ions to diffuse into the glaze and reduce into metal nanoparticles close to 

the surface. It is important to note that all previously reported examples of lusterware use 

mixtures of silver and copper nanoparticles to create gold- and red-colored lusters [15–21]. 

This study is the first, to our knowledge, to specifically focus on purple-colored luster glazes 

produced with gold nanoparticles. 

The focus of this research is to characterize historic Böttger luster and compare this to a 

purple overglaze enamel produced at Meissen using Purple of Cassius. To further understand 

the materials and methods used in the original Meissen Manufactory we attempt to reproduce 

the luster-glazed porcelain. Analytical techniques such as energy-dispersive X-ray 

spectroscopy (EDX), X-ray diffraction (XRD), and ultraviolet-visible spectroscopy (UV-

Vis) coupled with imaging methods such as scanning electron microscopy (SEM) and 

scanning transmission electron microscopy (STEM) are applied to provide insight into the 

composition and structure of the lusterware layers. Finally, we use experimentally 

determined size distributions of gold nanoparticles in Böttger luster and Purple of Cassius 

and consult models of Mie scattering and particle array interference to explain how the 

distribution, if properly tailored, gives rise to lusters through distinct optical effects.  

6.2 Materials & Methods 

6.2.1 Characterization of the historic Meissen samples and reproductions 

Fragments (0.5 x 0.5 mm2) of decorative surface layers were obtained from Meissen 

porcelain dated to the 18th century. Two gold containing decorative samples were studied: 
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one was a lustrous sample from a Meissen porcelain teapot (DC.0508, from the study 

collection of the Winterthur Museum, Garden and Library, 18th century) and the other a piece 

of purple enamel from a cup (DC.0510, Winterthur collection, 18th century). 

TEM samples were prepared with focused ion beam (FIB). Cross-sectional slices with 

electron transparency were extracted from the purple regions, revealing the multi-layered 

structure of the surface decoration. The distribution of nanoparticles as well as the glaze 

chemistry were determined via scanning transmission electron microscopy (JEOL JEM-2100 

FasTEM). The operating voltage was 200 kV. The chemistry of the glaze was studied using 

EDX coupled with the STEM. INCA software was employed for EDX acquisition and 

analysis. 

Reproductions were analyzed using an array of imaging and chemical characterization 

methods. A camera was used to capture the iridescence of the samples at the macroscale 

(Nikon D7500, AF-S Micro Nikkor 40mm Lens, Nikon, Tokyo, Japan). The surface 

microstructure and overview cross-section of the lusterware samples were imaged using 

scanning electron microscopy (ZEISS 1550VP FESEM, Carl Zeiss Microscopy GmbH, 

Jena, Germany). The elemental compositions of the individual layers were determined using 

energy dispersive X-ray spectroscopy (Oxford X-Max SDD X-ray Energy Dispersive 

Spectrometer). The cross-section of the luster layer was imaged using scanning electron 

microscopy (Nova 200 NanoLab, Thermo Fisher, U.S.A) and the elemental compositions 

were determined using energy dispersive X-ray spectroscopy (Bruker Quantax X-ray Energy 

Dispersive Spectrometer). The chemical composition of the reproduced Böttger porcelain 

and purple luster layer was measured using X-ray diffraction (Panalytical X'Pert Pro-

diffractometer) with a Cu source at 45 kV and 40 mA, scanned from 20° to 80° 2. 

Ultraviolet-visible spectroscopy of the historic Böttger luster sample was carried out with a 

normal illumination/ normal collection setup using a 200 µm diameter single fiber 

illumination leg and a single fiber collection leg of the same diameter (Ocean Optics BIF200-

UV/VIS), a halogen light source (Ocean Optics DH-2000-BAL), and an Ocean Optics 

spectrometer (OCEAN-FX-XR1-ES, XR1-500 line/mm grating blazed at 250 nm) to collect 

20 averaged spectra, each at 1000 ms collection time, controlled by OceanView software. 
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For the recreation sample, a normal illumination/normal collection setup was used using a 

400 µm diameter 6-fiber illumination leg and a single fiber collection leg of the same 

diameter (Ocean Insight QR400-7-SR-BX), a halogen light source, a Shamrock spectrometer 

(SR-193i-B2, S/N SR-2502) and a silicon CCD Camera (IDUS D4420A-OE, S/N CCD-

19533, May 2016) to collect spectra controlled by Andor Solis software. 

6.2.2 Production of Purple Lusters 

Details of the recipes used to create Böttger porcelain and the Böttger base glaze can be found 

in Appendix D. For the luster glaze, modifications were made from the original Böttger 

recipe [6,9] to avoid working with gold(I) hydrazide. First, a lead-rich glaze slurry was 

prepared from raw materials, including lead bisilicate (U.S. Pigment Corporation, South 

Elgin, IL, USA), kaolinite (Sigma-Aldrich, St. Louis, MO, USA), potash feldspar (Custer, 

South Dakota, USA), calcium carbonate (Alfa Aesar, Ward Hill, MA, USA) and quartz 

(Sigma-Aldrich, St. Louis, MO, USA), which were suspended in water and ball-milled for 2 

h. Table 6.2 summarizes the raw materials used to create all three lead-rich glazes. Exact 

oxide compositions of the fired glazes can be found in Table D.3 in Appendix D.  

The raw slurry was then applied with a brush as a thin layer of less than 25 µm on the surface 

of the previously base-glazed porcelain. The freshly glazed piece was then fired at 900 °C 

for 2 hours in air with a ramp rate of 2 °C/min. The melting point of the lead-rich layer was 

designed to be below 1100 °C to avoid any intermixing between this layer and the base glaze 

(which begins to soften at 1100 °C). Previous studies on lead oxide-alumina-silica glazes 

have reported that additions of PbO can lower the melting temperature of the system [22]. 

Three compositions of the lead-rich were investigated, referred to as: Baseline (based on 

STEM-EDX results of historic Meissen samples, modified so that it could begin to melt at 

600 °C), High Ca/K (a Ca-rich version of Baseline) and High Pb (a Pb-rich version of 

Baseline). Details of their compositions are outlined in Table D.3. The three variations each 

produced a clear and smooth surface after firing, and were rich in silicon, calcium, and lead. 

The thickness of the applied lead-rich glaze played a critical role in obtaining the correct 

color and luster. Applying layers less than 25 µm was desired to avoid the growth of silica 
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or mullite crystals within the lead-rich glaze, which could alter the optical properties of the 

glaze.  

To introduce gold ions into the glaze, an aqueous solution of gold(III) chloride was applied 

to the fired lead-rich glaze. The piece was then heated to 600 °C with a ramp rate of 2 °C/min, 

and held at that temperature for 30 min with flowing argon gas, creating an inert atmosphere. 

The lead-rich glazes start to soften at this temperature, facilitating the diffusion of the gold 

ions into the glaze where they are reduced to produce gold nanoparticles.   

6.2.3 Spectroscopic Simulations of Lusters 

Evaluating the effects of Mie scattering involved the solution of the Maxwell equations 

around spherical particles by expanding the problem in an infinite series of spherical 

harmonics [23,24]. While this provided an analytical solution, numerical approximations 

were necessary to evaluate that solution, and Python scripts such as PyMieScatt [25] were 

used to evaluate the extinction, absorption, and scattering efficiencies of nanoparticles both 

individually and in a size-density distribution. Kubelka-Munk theory [26] was then used to 

approximate the scattering and reflectivity of a suspension of nanoparticles of infinite 

thickness from the coefficients given by PyMieScatt [25,26]. This process is used to 

approximate the matte color purely due to the nanoparticles in a hypothetical infinite 

suspension and not their layered distribution. The absorption and scattering coefficients of 

the material, K and S, respectively, are based on the nanoparticle density and properties of 

the material. More precisely, they are defined as: 

𝐾 = 𝛽𝑎𝑏𝑠 = ∫ 𝜋𝑟2𝑄𝑎𝑏𝑠(𝑟, 𝜆, 𝑛𝑚𝑎𝑡𝑟𝑖𝑥)𝜌(𝑟)𝑑𝑟
∞

0

 
(6.1) 

𝑆 = 𝛽𝑠𝑐𝑎 = ∫ 𝜋𝑟2𝑄𝑠𝑐𝑎(𝑟, 𝜆, 𝑛𝑚𝑎𝑡𝑟𝑖𝑥)𝜌(𝑟)𝑑𝑟
∞

0

 
(6.2) 

where r is the metal nanoparticle radius, 𝑄𝑎𝑏𝑠(𝑟, 𝜆, 𝑛𝑚𝑎𝑡𝑟𝑖𝑥) and 𝑄𝑠𝑐𝑎(𝑟, 𝜆, 𝑛𝑚𝑎𝑡𝑟𝑖𝑥) are the 

Mie absorption and scattering coefficients, respectively, and 𝜌(𝑟) is the volume density 

describing the concentration of nanoparticles in the glassy matrix.  
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The reflectivity of a suspension of nanoparticles of infinite thickness is then defined as: 

𝑅∞ =
𝐾 + 𝑆 − √(𝐾 + 𝑆)2 − 𝑆2

𝑆
 

(6.3) 

Approximating the disordered periodic structure of the nanoparticles as a perfect 2D square 

array of identical lossy particles, subjected to normal incidence of light, we applied the 

approach  proposed by Garcia de Abajo [27] to model the luster; effectively this is the 

wavelength at which intensely reflective resonances occur from a uniform lattice with well-

defined particle size and periodicity.  

𝑅 = |𝑟|2 (6.4) 

𝑟 =

2𝜋𝑖𝑘
𝐴

1
𝛼𝐸

− 𝐺𝑥𝑥(0)
 

(6.5) 

1

𝛼𝐸
=

1

𝛼𝐸
𝑒𝑠 −

2𝑖𝑘3

3
 

(6.6) 

𝛼𝐸
𝑒𝑠 = 𝑏3

𝜖 − 1

𝜖 + 2
 

(6.7) 

𝐺𝑥𝑥(0)𝑎
3 ≈

4𝜋2√2

√𝜆 𝑎⁄ − 1
− 118 

(6.8) 

In this model, the periodicity is 𝑎, nanoparticle radius is 𝑏, and the nanoparticle’s complex 

permittivity is a constant 𝜖. With these parameters, 𝐴 = 𝑎2 the area of the lattice unit cell, 

and the magnitude of the light wavevector 𝑘, the reflection coefficient 𝑟 and thus reflectance 

𝑅 can be calculated. Note that introducing disorder into this system, as is more realistic, 

would broaden and decrease the intensity of the resonant peaks in the reflectance spectra, but 

would not eliminate them [27–29]. 
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6.3 Results and Discussion 

6.3.1 Historic Glazes 

6.3.1.1 Böttger Luster 

Historic Böttger luster was examined by probing the cross-section of a lusterware sample 

(taken from a Meissen porcelain teapot, DC0508, from the study collection of the Winterthur 

Museum, Garden and Library), using STEM.  

 

Figure 6.2. Analysis of historic Böttger luster: a) STEM image of historic Böttger luster, 

showing spherical Au nanoparticles near the surface, b) corresponding EDX maps of 

several elements, c) distribution of gold nanoparticle sizes with detail included as inset, d) 

distribution of the nearest neighbor separation of gold nanoparticles. 
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The STEM micrograph, shown in Figure 6.2a, reveals that Böttger luster includes an 

approximately 0.3 to 0.8 µm thick layer, called the luster layer, containing gold nanoparticles 

dispersed within a lead silicate glaze, which by itself is approximately 2.6 µm thick. The 

EDX maps seen in Figure 6.2b show that the luster layer is rich in gold, aluminum, lead and 

calcium. The gold nanoparticles are located close to the surface of the lead-rich glaze, with 

a wide distribution of particle sizes and nearest neighbor separations as seen in Figure 6.2c,d. 

The nanoparticle radius was measured using Image J (National Institutes of Health) analysis 

and found to be 34 ± 47 nm using number averaging. The error term represents one standard 

deviation; see Appendix D for more details on the error analysis.  

Underneath the lead-rich glaze seen in Figure 6.2 is the clear base Böttger glaze. Apart from 

the gold nanoparticles, no additional pigments are present in the lead-rich glaze or the Böttger 

glaze. Therefore, it is likely that the luster layer alone is responsible for the color and 

iridescence. As defined in Figure 6.2a, the oxide compositions of the luster layer, lead-rich 

layer and Böttger glaze layer were measured quantitively using EDX and are presented in 

Table 6.1. The composition of the luster layer’s lead silicate matrix is similar to the 

copper/pink colorant on object AR1 of Domoney et al. (2012), an 18th century Meissen 

porcelain vase dated between 1725-1733 thought to be decorated with Böttger luster [10]. 

Böttger luster is closely related to other forms of lusterware caused by different metal 

nanoparticles, such as silver and copper [15,19,21,30,31]. Of note, tin is not present in 

Böttger luster as indicated by the measurements in Table 6.1. This makes Böttger luster 

distinct from another glaze colorant based on gold nanoparticles, Purple of Cassius, which is 

used to produce non-iridescent glazes with purple and pink hues. 

6.3.1.2 Purple of Cassius  

In parallel with historic Böttger luster, a historic Meissen purple enamel sample (taken from 

a cup, DC.0510, Winterthur collection) was also examined by studying its cross-section 

using STEM-EDX, shown in Figure 6.3a,b. The purple enamel revealed a similar multi-

layered structure to Böttger luster, with a 200 nm thick layer containing gold nanoparticles. 

The gold nanoparticle radius is 16 ± 11 nm by number averaging, much smaller than the 
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sizes seen in Böttger luster. The error term represents one standard deviation. The 

homogeneous nanoparticle size distribution seen in the purple enamel sample is similar to 

that observed in historical Gold Ruby glass [32,33]. Bar charts showing the distribution of 

gold nanoparticle sizes and the distance between neighboring particles are shown in Figure 

6.3c,d. 

The gold nanoparticle layer is located within an approximately 1 µm thick lead silicate layer. 

Similar to the Böttger luster, the lead-rich glaze sits over a high-temperature base glaze. The 

oxide compositions of the gold nanoparticle-rich region, the lead-rich layer and the base 

glaze layer were measured quantitively using EDX (Figure 6.3b) and are presented in Table 

6.1.  

The base glazes seen in the purple enamel sample and in the Böttger luster sample have 

similar compositions, which is expected considering that both pieces originate from the 

Meissen Manufactory in the 18th century. In contrast, the lead-rich glaze in the purple enamel 

sample is richer in PbO and CaO than the luster sample. Traces of iron are present within the 

glaze, which could imply the presence of small Fe2O3 particles that could contribute to the 

red tones of the purple enamel [34]. However, the purple color likely originates from the gold 

nanoparticle-containing layer, which is also rich in aluminum, lead, calcium, and tin. Unlike 

Böttger luster, the gold nanoparticles in the purple enamel sample are surrounded by a tin-

rich matrix. The presence of tin suggests that the gold nanoparticles had been added as Purple 

of Cassius, a famous purple colorant since ancient times.  

Specifically, Purple of Cassius, a precipitate of tin(IV) oxide and colloidal gold, can be 

prepared using a mixture of tin(II) and tin(IV) chlorides, and gold(III) chloride, as shown by 

several previous studies [35–37]. Tin(II) chloride serves as a reducing agent that facilitates 

the reduction of gold ions into metal nanoparticles [38]. The gold nanoparticles pigment can 

be fused with glaze-making components to create purple and pink overglaze decorations 

[36,39]. Because such gold nanoparticles are formed prior to firing, and therefore do not 

require nucleation within the glaze during the firing process, they are smaller and more 

uniform in size and particle dispersion.  



92 
 

Table 6.1. Composition (wt.%) of lead glazes and clear Böttger glazes, omitting Au content. 
 

 

 

*Other includes trace amounts of oxides of Mg, Fe, Cr, Ti, P 

** Recalculated and normalized to exclude Au from the total, to represent the lead-rich matrix surrounding the Au nanoparticles. Note 

that the original reported Au content in this colorant is 45.4 wt.% 

*** Spectral overlaps between the following X-ray lines make it challenging to reliably determine and quantify the presence of minor 

amounts of arsenic, especially considering the high quantity of gold reported by Domoney et al.[10] for objects AR1: Mg K/As L, Pb 

Lα/As Kα, and Au Lβ/As Kβ

  Al2O3 SiO2 CaO Na2O K2O PbO SnO2 

 

As2O3
*** Other* 

Historic Böttger Luster Layer (<800 nm)** 13.6 61.7 2.6 0 0.1 21.7 0 

 

0 0.3 

Historic Böttger Lead-rich Layer (~2.6 µm)** 16.2 63.2 2.8 0 0.3 17.4 0 

 

0 0.1 

Copper/Pink Colorant from Object AR1, (Ref. 10)**  8.99 60 6.79 0.73 1.65 15.4 0 

 

0.55 5.89 

Historic Clear Böttger Glaze (close to Pb-rich layer) 18.78 78.39 2.16 0 0.55 0 0 

 

0 0.12 

Historic Clear Böttger Glaze (further from Pb-rich layer) 20.71 76.23 2.59 0 0.34 0 0 

 

0 0.13 

Historic Purple Glaze Gold Layer (200-300 nm)** 9.2 37.5 3.2 0 0.3 36.4 12.2 

 

0 1.2 

 

Historic Purple Glaze Lead-rich Layer (~1 µm)** 11.9 47.2 4 0 0.2 36 0 

 

0 0.7 

Historic Purple Glaze Clear Böttger Glaze 18.05 75.17 5.04 0 1.23 0 0 

 

0 0.51 

Reproduction Lead-rich Layer After Firing – Baseline** 5.4 39.6 7.3 0.3 0.5 46.8 0 

 

0 0.1 

Reproduction Lead-rich Layer After Firing – High Ca/K**  3.9 33.4 23.1 0.1 0.7 38.7 0 

 

0 0.1 

Reproduction Lead-rich Layer After Firing – High Pb** 2.6 38.6 4.2 0.4 1.2 52.9 0 

 

0 0.1 
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Figure 6.3. Analysis of historic Purple of Cassius: a) STEM image of historic Meissen 

purple enamel sample, showing spherical Au particles near the surface, b) corresponding 

EDX maps of several elements, c) distribution of gold nanoparticle sizes with detail 

included as inset, d) distribution of the nearest neighbor separation of gold nanoparticles. 

6.3.2 Analysis of Reproductions 

Böttger porcelain and the base Böttger glaze were reproduced based on recipes by Kingery 

and Vandiver [4], further described and characterized in Appendix D. Unlike Böttger 
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porcelain and the Böttger glaze, there is limited information available on the lead-rich glazes 

used in the Meissen Manufactory in the 18th century. Lead was popularly added to lower the 

melting temperature of pottery glazes in this period, allowing the glaze to uniformly cover 

the ceramic piece by firing it at a much lower temperature than would be required for 

unleaded silicate-based glazes. In this study, three recipes of lead glazes were investigated, 

referred to as Baseline, High Ca/K and High Pb (described in Materials and Methods). The 

compositions of the lead glazes were chosen so that they could soften at the luster forming 

temperature of 600 °C. The oxide compositions of the fired glazes can be found in Table 6.1.  

Recently translated records and recipes for overglaze enamels by Johann Gregorius Höroldt, 

who became renowned for porcelain decoration at the Viennese Du Paquier Manufactory 

prior to joining Meissen, reveal that the unstable explosive aurum fulminans, essentially 

gold(I) hydrazide, was used to introduce gold ions into the lead glaze to create the luster layer 

[9]. Additionally, previous research suggests that a flux of powdered leaded glass was used 

in preparing the historic overglazes [9,40]. In this study, modifications were made to the 

original recipe to avoid the safety concerns associated with handling gold(I) hydrazide and 

processing lead-rich powders. Instead, we used a solution of gold(III) chloride, a substance 

readily available to Meissen workers in the 18th century, as the source of gold ions. Gold 

dissolves in aqua regia to form chloroauric acid (HAuCl4), which dissociates into gold(III) 

chloride and HCl. Since gold is the most electronegative among all transition metals, 

gold(III) chloride or HAuCl4 are readily reduced to gold at relatively low temperatures in 

oxygen deficient atmospheres. Furthermore, we prepared a slurry with the raw components 

needed to create a lead-silicate matrix, further described in Materials and Methods, instead 

of preparing and handling a frit of pretreated lead-rich powders.  

Photographs of the samples, shown in Figure 6.4a, reveal that the Baseline composition of 

the lead-rich glaze produced the most iridescent sample. The High Ca/K glazed sample 

contained regions where the metallic luster was visible, however the luster was not as 

consistent as that seen with the Baseline glaze. SEM images show that both glazes contain 

gold nanoparticles on their surface.  
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Table 6.2. Raw materials (g) used in lead-rich glaze reproductions. 

 

 Baseline High Ca/K High Pb 

Quartz 0.40 0 0 

Feldspar 1 1.60 0.57 

Clay 0.68 0.16 0.15 

Calcium carbonate 1 1.10 0.44 

Lead bisilicate 6 5.40 7 

 

 

Figure 6.4. Analysis of reproductions: a) Photographs of purple luster reproductions, 

comparing three different compositions of the lead-silicate layer with corresponding SEM-

EDX images of the surfaces of each lead glaze. b) SEM-EDX images of cross-section of 

Baseline sample. c) XRD pattern of Baseline sample indicating the presence of Au 

nanoparticles (×), NaCl (●) and KCl (○). d) SEM images of surface of Baseline sample, 

showing Au nanoparticles on the surface of the luster layer. 
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The High Pb glazed sample, although colored pink due to the presence of gold nanoparticles, 

exhibited no luster from the naked eye. SEM images suggest that this could be due to the 

shortage of gold nanoparticles on the surface of the High Pb glaze, possibly due to the higher 

lead content and therefore lower melting temperature of the glaze.  

The SEM-EDX maps presented in Figure 6.4b show that the gold-containing locations within 

the luster layer are also rich in sodium, potassium, and chlorine. We hypothesize that the 

alkali ions, both K+ and Na+, were leached from the sanidine-type feldspar, which was a main 

ingredient of the lead-rich slurry [41]. These alkali ions may have diffused towards the metal-

bearing chloride to form KCl and NaCl salts around the gold nanoparticles. This is different 

from what is seen in historic Böttger luster, where the gold-source is gold (I) hydrazide and 

not gold (III) chloride. Nevertheless, we observe that the gold ions still reduce to metallic 

gold and coarsen similarly to what was seen in Böttger luster. Furthermore, the gold-free 

locations contain silicon, aluminum, oxygen, and traces of lead, showing that the 

nanoparticles are located within a PbO-SiO2-Al2O3 matrix, reminiscent of what was 

previously seen in historic Böttger luster. 

The X-ray diffraction pattern shown in Figure 6.4c verifies that the luster glaze is composed 

of gold nanoparticles in a glassy matrix, with minor peaks attributed to the presence of salts. 

Figure 6.4d shows a close-up of the particle array observed on the surface of the Baseline 

lead glaze. The average nanoparticle radius was measured to be 89 ± 52 nm using number 

averaging, which falls within the range observed in historic Böttger luster. The error term 

represents one standard deviation. Applying the luster layer using gold(III) chloride therefore 

gave comparable results to the original application method using gold(I) hydrazide, 

ultimately producing purple luster. Despite differences in the chemistry of the matrix, we see 

that in both cases gold-bearing compounds can grow into gold nanoparticles of varying sizes. 

6.3.3 Optical Effects 

Nanoparticles may contribute to the coloration of a sample through several mechanisms. 

Plasmonic effects exist for nanoparticles under ~15 nm in radius due to resonant oscillation 

of a nanoparticle’s electrons with incident light waves [30,42–44]. The nanoparticles in the 
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Böttger luster and Purple of Cassius samples are generally larger than the scale at which 

plasmonic effects occur. Rather, they fall into the regime of Mie scattering, which is a largely 

geometric effect for nanoparticles upwards of ~15 nm that produce a purple hue 

[25,26,42,45]. In an infinite suspension of nanoparticles, this would fully describe the 

behavior, however, these glazes produce a structured distribution of nanoparticles in space, 

as well as in size. Namely, nanoparticles are localized to the surface of the glazes in an 

approximately uniform spatial distribution, ~100 nm inter-nanoparticle separation distances 

for both glazes (Figures 6.2d and 6.3d). This can give rise to diffraction from a particle array, 

similar to that of diffraction gratings [46,47]. This phenomenon can result in luster, or 

iridescence, as the interaction of light with such structures is angle-dependent, giving 

different colors in different lighting. To understand why Böttger luster is iridescent while 

Purple of Cassius is not, simulations based on simple models of particle array interference 

were conducted using the experimentally determined nanoparticle size and spacing 

distributions [27].  

When producing Böttger luster from gold-bearing salts, a large distribution of gold 

nanoparticle sizes is observed due to the occurrence of multiple nucleation sites during firing. 

The simulations indicated that Böttger luster is a result of the combined effects of: i) Mie 

scattering of small nanoparticles (in the radius range of 15-250 nm) producing hue without 

luster, and ii) disordered nanoparticle array interference of large nanoparticles (~100 nm 

radius) with large periodicity (on the order of several hundred nanometers) producing luster 

in the visible spectrum. These findings were based on the gold particle sizes seen in Figure 

6.2. More specifically, hue without iridescence is dominated by the Mie scattering of the 

many small nanoparticles of ~25 nm in radius.  

Purple of Cassius is formed by mixing tin chloride with gold chloride, resulting in colloidal 

gold and tin oxide. The metal nanoparticles form before being applied as a colorant, resulting 

in controlled particle growth and better particle dispersion. As such, these small (~20 nm 

radius), more uniform nanoparticles produce no array interference in the visible spectrum. 

Instead, there is only Mie scattering of the small nanoparticles within the tin-rich layer, which 

produces a color without any lustrous effect. These findings were based on the gold particle 

sizes seen in Figure 6.3. With this knowledge, a successful lustrous reproduction would be 
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expected to have a polydisperse distribution of gold nanoparticles, with enough gold content 

to nucleate large nanoparticles and many smaller ones near the surface, but not so high as to 

create a “thick film” of gold, as is seen in gilding. 

 

Figure 6.5. Color of Böttger luster: a) Kubelka-Munk theoretical UV-Vis spectra showing 

reflectance of an infinitely thick nanoparticle layer (also referred to as reflectivity) as a 

function of wavelength, along with the experimentally obtained UV-Vis spectrum of historic 

Böttger luster. b) Experimental UV-Vis spectra of Böttger luster, including recreated and 

historic samples. Note: the intermediate lines in the theoretical plots are spaced Δn=0.2 

apart. 

Shown in Figure 6.5a, simulations of the hue, based on Kubelka-Munk Theory, were 

compared to the UV-Vis reflectance spectrum of historic Böttger luster. Spectra are 

displayed for indices of refraction (n) ranging between 2 < n < 4, to illustrate how small 

deviations of the refractive index of the lead-rich matrix can influence the reflectivity of the 

glaze. Our results align with the empirical observation that nanoparticles in the radius range 

of ~15-250 nm produce a purple coloration. Resonant reflectance can occur at wavelengths 

slightly larger than the array’s periodicity, with smaller nanoparticles giving sharper peaks 

[27]. Therefore, Böttger luster’s very largest nanoparticles, which are widely separated, 

create broad peaks in the visible reflectance spectrum, generating luster in addition to the 

underlying coloration from Mie scattering. Conversely, the smaller nanoparticles (less than 
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15 nm), which have much smaller periodicity, produce narrow peaks in the ultraviolet 

reflectance spectra and do not contribute to visible optics. 

UV-Vis spectroscopy was also used to compare a historic sample of Böttger luster to our 

purple luster recreation, seen in Figure 6.5b. Experimental results are consistent with the 

observed colors of the glazes, where our purple reproduction strongly reflects red-yellow 

with traces of green and blue, while the darker purple of the historic Böttger luster sample 

reflects more blue light. The reproduction is more reflective than the historic sample, possibly 

because the lead glaze of the recreation contains 46.8 wt.% PbO while the historic sample 

contains 21.7 wt.% PbO. In fact, the reflectivity of pure PbO increases dramatically around 

500 nm wavelength, which could account for the sharp increase in reflectance observed in 

the purple luster reproduction at that wavelength [48]. Our results suggest that the optical 

properties of Böttger luster are governed by the highly reflective, gold-containing lead glaze, 

and have little to do with the underlying clear Böttger glaze and porcelain body. 

 

6.4 Summary 

By characterizing historic samples of Böttger luster, we confirmed experimentally that the 

iridescence and purple color of Böttger luster originates from an array of gold nanoparticles 

situated near the surface of the glazed porcelain. This was validated using models of Mie 

scattering and disordered nanoparticle array interference. Böttger luster exhibits metallic 

sheen as well as iridescence despite only containing a single layer of nanoparticles, unlike 

silver- and copper-based lusterware that have multiple bands of nanoparticles separated by a 

glassy region. 

Böttger luster was compared to Purple of Cassius, a more frequently used purple colorant, 

composed of colloidal gold within a tin-rich glassy matrix. STEM-EDX analyses of cross-

sections of Böttger luster and Purple of Cassius glazes reveal information on how the gold 

nanoparticles are created and distributed within each glaze, implying vital differences 

between their application methods. In Böttger luster, as with other types of lusterware, the 

metal nanoparticles develop in the top glaze through a firing step that allows metal ions to 
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diffuse, nucleate and grow into particles of several sizes inside the glaze. In Purple of Cassius, 

the gold nanoparticles are precipitated using tin(II) chloride prior to being incorporated into 

the leaded frit that is applied to create an overglaze enamel, providing a more homogenous 

particle dispersion and smaller particle sizes. 

Purple luster was created through the evaluation of three lead glazes, and analyzed using 

SEM-EDX, XRD, and UV-Vis. It was determined that the iridescent reproductions contain 

gold nanoparticles in a lead glaze, like the structure seen in historic Böttger luster. Thus, we 

have demonstrated that purple luster can be produced following modern-day safety 

standards, applying gold(III) chloride as the source of gold ions along with minimal 

processing of lead-rich powders, albeit with the formation of alkali salts in a matrix that is 

chemically different from historic Böttger luster. 

The techniques used by alchemists in the 18th century Meissen Manufactory were likely the 

fruit of repeated trials in their tireless attempts to appease Augustus the Strong. Yet, with the 

aid of contemporary scientific analytical and imaging techniques, we have revealed that the 

purple colorants of Meissen owe their color and shine to the hidden chemistry, kinetics, and 

optical effects occurring in their decorative glazes. 
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C h a p t e r  7  

CONCLUSIONS AND FUTURE WORK 

The objective of this thesis was to investigate the processing-microstructure-performance 

relationship of ceramics, specifically with regard to the degradation of ceramic surfaces. 

Throughout this thesis, this relationship was examined using a series of material case 

studies, including (i) advanced high-temperature ceramics composed of h-BN rich 

composites, and (ii) historic ceramics, ranging from low-fired pottery to porcelain. This 

work provided details for the design and manufacturing of novel high-performing ceramics 

[intentionally redacted due to temporary embargo] while simultaneously referring to 

ceramics of the past to understand how their surfaces have altered over their lifetime. An 

emphasis was drawn on ways of mitigating degradation from mechanical wear and 

chemical erosion by controlling processing conditions and, when possible, environmental 

exposures, so as to aid in the sustainability of the materials. 

[Paragraph intentionally omitted due to temporary embargo.] 

 Our second materials system was a composite made of AlN and h-BN. The microstructure 

of the composite was monitored under varying high-temperature oxidative environments 

to evaluate the degradation mechanism of the material. A passivation layer composed of 

Al18B4O33 formed on the surface of the material, which retarded the oxidation of the 

underlying AlN substrate. It was found that the protection provided by the passivation layer 

relied on the microstructure and morphology of the Al18B4O33 crystals, with the protection 

being threatened by the development of hollow cores in the crystals, which aided the 

transport of oxygen into the substrate. The chemical composition and mechanical 

properties of the acicular crystals were found to degrade with increasing temperature into 

a porous Al2O3 framework at temperatures higher than 1300 °C due to the volatility of 

B2O3. In addition, small crystals of Al18B4O33 were shown to exhibit self-healing of the 

indented AlN/BN composite by providing friction through crack walls that led to improved 

flexural strengths. These results show promise for the use of Al18B4O33 as a reinforcement 

material.  
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It is suggested that future work concentrate on (i) the use of Al18B4O33 as porous ceramic 

joints or load-bearing reinforcements for composite structures, (ii) the growth mechanism 

of Al18B4O33 crystals through additional microscopic studies, to understand if the crystal 

grows spirally from a dislocation or through an alternative process, and (iii) the dissolution 

of Al18B4O33 in B2O3 melts, to understand if this contributes to hollow core formation in 

high-temperature environments. 

The third material system studied consisted of clay minerals typically found in low-fired 

pottery; kaolinite (Al2Si2O5(OH)4) and metakaolin (Al2Si2O7). Through a combined 

experimental and computational approach, it was found that heat-treated kaolinite, referred 

to as metakaolin, was more susceptible to degradation than kaolinite, through a process 

referred to as dealumination. The exposed Al cations in the metakaolin structure could react 

with S-rich pollutants, including H2SO4, H2SO3, SO2, and SO3, leading to the precipitation 

of Al2(SO4)3 and amorphous SiO2. Thus, it was found that the extent of degradation of 

clay-based pottery in acidic soils or acid rain depended on the firing temperature of the 

samples, with metakaolin forming between 500 °C and 900 °C, and kaolinite or partially 

dehydrated kaolinite forming at 400 °C or below. This study provides an example of how 

processing conditions like firing temperature can directly affect the degradation of the 

material on an atomistic level, with consequences scaling-up to a microscopic level through 

the development of the mordant Al2(SO4)3.  

It is recommended that future work focus on (i) exploring if similar degradation 

mechanisms to dealumination are observed when clay tiles are exposed to a mixture of SO2 

and H2O, which is a more realistic simulation of acid rain than our initial dry SO2 attempt, 

(ii) probing if dealumination is promoted in samples that are more porous, and if so relating 

this back to firing temperatures within the metakaolin range, (iii) studying tiles of varying 

thicknesses to see how ununiform heating throughout a sample could result in interior 

bodies that are richer in kaolinite and surfaces that are richer in metakaolin, which could 

result in variations of dealumination throughout the thickness of the sample (on the order 

of ~10 µm). This could be studied using tomography and X-ray spectroscopy through 

synchrotron collaborations (e.g., X-ray Raman spectral mapping and spectroscopy), (iv) 

investigating to what extent the mordant Al2(SO4)3 can facilitate the binding of stains onto 
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the ceramic, perhaps using organic pigments as “stains”, with the additional use of 

fractography to study how the crystallization of the sulfate salts within the open pores could 

lead to fracture, (v) studying more complex systems to not just consider the clay 

components of pottery, but also additives like feldspar, silica, mica, iron oxides, and even 

Ca-rich inclusions.   

The fourth and final material system studied in this thesis was hard-paste porcelain and 

lead glazes from the Meissen Manufactory. Referring to original recipes from Meissen 

from the 18th century, recreations of Böttger porcelain and the purple colorant “Böttger 

luster” were synthesized and compared to historic samples. The optical effects governing 

the appearance of the purple glaze were related back to the surface microstructure of the 

lead glaze, which featured arrays of Au nanoparticles. Comparing the glaze to a 

contemporaneous purple colorant, Purple of Cassius, the distribution of the metal 

nanoparticle sizes, and nearest neighbor distances were used to understand the optical 

differences between the two glazes, and the origin of purple luster. By researching historic 

production methods and techniques, critical information was discovered on the processing-

microstructure relationship of these system. Mainly, Purple of Cassius was prepared by 

synthesizing colloidal gold using tin(II) chloride, which resulted in homogenous, small 

particles that formed prior to the firing step, while Böttger Luster was prepared by applying 

gold salts on top of glazed surfaces, resulting in a mix of large and small gold particles that 

formed during the firing step. This chapter providing an example of how innovative and 

sustainable materials can be created using modern technologies inspired by the past. 

Related to this study, future work could focus on (i) studying the chemical and mechanical 

properties of Böttger porcelain, regarded as the most thermal-shock resistant porcelain ever 

produced, using experimental recreations and computational models to understand how its 

behavior differs from porcelains made in the Far East, (ii) investigating if the shift in 1730 

within the Meissen Manufactory from Böttger porcelain (Ca-rich) to Meissen porcelain (K-

rich) resulted in significant changes to the mechanical properties of the porcelain, including 

its thermal-shock resistance and toughness, (iii) studying other colorants used from 

Meissen, including Höroldt’s “iron-red” glaze, of which original recipes have recently been 

translated, and also Höroldt’s cobalt blue glaze. 
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A p p e n d i x  A  

 

This chapter is temporarily embargoed. 
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A p p e n d i x  B  

ALUMINUM NITRIDE/BORON NITRIDE COMPOSITES  

The contents of this Appendix are also presented in “Oxidation resistance of AlN/BN via 

mullite-type Al18B4O33” by C.S. Chari and K.T. Faber, which was published in the Journal 

of the European Ceramic Society in 2022 [1], with the exception of Section 4.6. which was 

carried out after publication. C.S. Chari led the experimental portion of the work. Faber 

supervised the experimental work. All authors were involved in designing the work and 

preparing the manuscript. 

B.1 Oxidation Kinetics of AlN 

The parabolic (K) and linear rate constants (k) were measured from the AlN oxidation plots 

in Figure 4.1 using MATLAB as a fitting tool. The rate constant at 1000 °C is 2.2 × 10−9 

cm/s, at 1100 °C is 2.6 × 10−8  cm/s, at 1200 °C is 4.0 × 10−9 cm2/s, at 1300 °C is 

6.1 × 10−8 cm2/s.  

As previously discussed, the diffusivity of O atoms to the substrate controls the rate of AlN 

oxidation. Within the oxide layer, there is interdiffusion between O atoms and Al atoms, 

where Al atoms have a higher diffusivity than O atoms. Knowing this, it is reasonable to 

assume that the oxidation rate is in fact controlled by the faster of the two species; controlled 

by Al atoms rather than O atoms. As such, we can use the oxidation plots from Figure 4.1a 

to estimate the diffusivity of Al within the porous oxide layer. We refer to previous models 

by D. W. Readey [2], which link the parabolic rate constant of the metal ion to the free energy 

of formation of the oxide and the diffusivity of the metal ion, as seen in equation B.1 

𝐾 =
𝐿2

𝑡
= −

2 × 𝐷 × ∆𝐺𝐴𝑙2𝑂3

𝑅 × 𝑇
 

(B.1) 

where L is the oxide thickness (cm), t is the exposure time (s), D is the diffusivity of the 

metal ion (
𝑐𝑚2

𝑠
), and T is the temperature in K. The free energy of formation was calculated 
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using the enthalpy of formation and the entropy of formation of Al2O3 and AlN. The free 

energy can be corrected to consider that the oxidation was carried out in air, as shown in 

equation B.2 

∆𝐺𝐴𝑙2𝑂3
= ∆𝐺𝐴𝑙2𝑂3

𝑜 −
1

2
× 𝑅 × 𝑇 × 𝑙𝑛(𝑝𝑂2

) 
(B.2) 

where ∆𝐺𝐴𝑙2𝑂3

𝑜  (
𝐽

𝑚𝑜𝑙
) is the free energy of formation of the oxide from AlN in pure oxygen, 

∆𝐺𝐴𝑙2𝑂3
 (

𝐽

𝑚𝑜𝑙
) is the free energy of formation of the oxide from AlN in air, and 𝑝𝑂2

 in air is 

21 kPa. Using thermochemistry data published by NIST [3], ∆𝐺𝐴𝑙2𝑂3
 could be estimated (-

1418 
𝑘𝐽

𝑚𝑜𝑙
 at 1200 °C, -1422 

𝑘𝐽

𝑚𝑜𝑙
 at 1300 °C) and the effective diffusivity was calculated to be 

1.7 × 10−11 
𝑐𝑚2

𝑠
 at 1200 °C, and 2.8 × 10−10 

𝑐𝑚2

𝑠
 at 1300 °C.  These effective diffusivities, 

describing aluminum ions within alumina, are much greater than the values predicted from 

the literature [4–6], illustrating the high level of porosity within the oxide layer that results 

from the evolution of nitrogen gas during AlN oxidation.  

 

Figure B.1. X-Ray Diffraction patterns of oxidized AlN coupons a) held for 12 h at varying 

temperatures, b) held at 1200 °C for different times. The unoxidized, room temperature 

(RT). AlN coupon is included as a control. 
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X-ray diffraction (XRD) patterns of the oxidized AlN coupons, shown in figure B.1, verify 

that the layered material mainly consists of Al2O3 and AlN. Small amounts of YAG and YAP 

are detected from the sintering aids added to the commercially available sintered AlN. The 

results show no presence of aluminum oxynitride (AlON), despite the suggestion of previous 

reports [7] that AlON is a precursor to Al2O3 in the oxidation of AlN. The XRD patterns 

show the relative growth in Al2O3 concentration as the oxidation temperature and time is 

increased. Figure B.2 illustrates the microstructure of oxidized AlN grains, displaying an 

increasingly cracked and porous Al2O3 structure with increasing temperatures.  

 

Figure B.2 Scanning electron micrographs of oxidized AlN coupons held for 12 h at 

varying temperatures. The unoxidized, room temperature (RT) AlN coupon is included as a 

control. 
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B.2 Hollow Minerals in Nature 

 

Figure B.3. Super cell (2x3x5) of pyromorphite with black arrows showing direction of 

crystal growth along <001>: a) side view, b) view from (001) plane [8]. Images of hollow c) 

pyromorphite (CIT-11192), d) vanadinite (CIT-9070), e) crocoite (H-271), from the 

Mineral Room collection at the Division of Geology and Planetary Science Analytical 

Facility at Caltech. 

Hollow cores are commonly found in naturally occurring lead apatite minerals. Spiral growth 

has been observed in apatites crystallized from magmas, fluids and vapors [9,10]. An 

example of a hollow lead apatite is pyromorphite (Pb5(PO4)3Cl) [11], illustrated in Figures 

B.3a-c. Its crystal structure consists of uninterrupted strong chains of Pb-Cl and Pb-PO4 

running along the direction of the anisotropic crystal growth <001> [12]. There is an 

undeniable similarity between this crystal system and Al18B4O33. Thus, some possible 

analogous explanations for the hollow core formation are i) the minimization of the strain 
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energy from screw dislocations, ii) dissolution, enhanced in areas where dislocations are 

present such as the core, and iii) the breaking of PBCs due to the volatile nature of PbO, 

which can escape from the crystal at high temperatures (PbO begins to evaporate at 600 °C), 

causing preferred growth along edges and corners of the crystal. Equivalent observations can 

be made for other lead-bearing minerals, like vanadinite (shown in Figure B.3d) and crocoite 

(shown in Figure B.3e), which can also develop hollow cores.  

B.3 Electron Backscatter Diffraction Patterns 

The proposed crystallographic orientation of the whisker outlined in Figure 4.7a was 

determined by matching the electron backscatter diffraction (EBSD) pattern (shown in 

Figure B.4) of said crystal with information from Ihara et al. [13]. It was determined that the 

direction of crystal growth was along <001>.  

 

B.4. EBSD pattern of analyzed point from Figure 4.7a: a) before indexing, b) indexed 

EBSD pattern. 
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 A p p e n d i x  C   

ALUMINOSILICATE DEGRADATION IN ACIDIC ENVIRONMENTS 

The contents of this Appendix are part of a manuscript in preparation titled “From Acidic 

Soil to Acid Rain: Chemical Transformations of Clay Mineral Surfaces from Exposure to 

Sulfuric Acid” by C. S. Chari, J. E. Heimann, Z. Rosenzweig, J. W. Bennett and K. T. Faber. 

C. S. Chari led the experimental portion of the work, supervised by Faber. J. E. Heimann led 

the computational portion of the work, co-supervised by Bennett and Rosenzweig. All 

authors were involved in designing the work and preparing the manuscript. 

C.1 DFT + Thermodynamics Analysis of Kaolinite, Partially Dehydrated Kaolinite, and 

Metakaolin 

C.1.1. Experimental Thermodynamic Data Used 

a) Al(s) → Al3+
(aq) + 3e-:  DG0

f=-5.03 eV, DG0
SHE=-5.03 eV 

DG2 (Al3+) = -3eUSHE + 0.0257 ln(Al3+)-5.03 eV 

 

b) Al(s)+H2O → AlOH2+
(aq) + H+ + 3e-:  DG0

f=-7.19 eV, DG0
SHE=-4.73 eV 

DG2 (AlOH2+) = -3eUSHE + 0.0257 ln(AlOH2+) - 0.059*pH - 4.73 eV 

 

c) S(s) + 4 H2O(l) → HSO4
1-

(aq) + 7H+ + 6e-:  DG0
f=-7.84 eV, DG0

SHE=+2.00 eV 

DG2 (HSO4
1-) = -6eUSHE + 0.0257 ln(HSO4

1-) - 0.413*pH + 2.00 eV 

 

d) S(s) + 4 H2O(l) → SO4
2-

(aq) + 8H+ + 6e-:  DG0
f=-7.72 eV, DG0

SHE=+2.12 eV 

DG2 (SO4
2-) = -6eUSHE + 0.0257 ln(HSO4

1-) - 0.472*pH + 2.12 eV 

 

e) 2 O2(g) + 8 H+ + 8 e- → 4 H2O(l):  DG0
SHE=-2.46 eV 

DG2 (O) = DG0
SHE +0.118*pH 

 

f) 1/2 H2 (g) → H+ + 1e-:  DG0
SHE=0 eV 

DG2 (H
+) =-0.059*pH 
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C.1.2. Thermodynamic Cycles Investigated 

C.1.2.1. Kaolinite 

Step 1: Adsorption of SO3 on kaolinite 

Kaolinite + SO3 → Kaolinite-SO3 

Eads: -1.71 eV 

(Forms SO4 bonded to surface; has one proton transfer; all neutral molecules - No need 

for Solvent-Ion Model here) 

 

Step 2: Ion Release  

DG1 (DFT, making and breaking bonds) 

a) Kaolinite-SO3 (K-S) → defect-Kaolinite (d-K-2) + Al(s) + S(S) +2 O2 (g) + 1/2 H2(g) 

 

DG2 (Experiment, hydration and redox) 

b) Al(s) → Al3+
(aq) + 3e- 

c) S(s) + 4 H2O(l) → SO4
2-

(aq) + 8H+ + 6e- 

d) 2 O2(g) + 8 H+ + 8 e- → 4 H2O(l) 

e) 1/2 H2 (g) → H+ + 1e- 

 

Step 2 DGtot: Add a) through e), get:  

K-S → d-K-2 + Al3+ + SO4
2- + H+ + 2e- 

 

Step 3: Surface Healing 

DG1 (DFT, making and breaking bonds) 

f) defect-Kaolinite (d-K-2) + H2(g) →  healed defect Kaolinite (hd-K) 

 

DG2 (Experiment, hydration & redox) 

g) 2H+ + 2e- → H2 (g) 

 

Step 3 DGtot: Add f) to g), get:  

d-K-2 + 2H+ + 2e- →  hd-K 
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Total Cycle: 

Add DGtot of Step 2 & Step 3: 

K-S → d-K-2 + Al3+ + SO4
2- + H+ + 2e- 

d-K-2 + 2H+ + 2e- →  hd-K 

----------------------------------------------- 

K-S + 1H+ → hd-K + Al3+ + SO4
2- 

 

DG1 (DFT, making and breaking bonds) 

dE = E(h-dK) -E(K-S) + E(Al) + E(S) + 4E(O) – E(H) = +16.19 eV 

Add ZPE-TDS = +0.22 eV for change in 1 O-H on surface, so DG1 = +16.41 eV 

DG2 = DG 0SHE – ne(eUSHE) -2.303 nH+ kBT pH + kBT ln a(HxAOy
-z) 

 

DG2 (Experiment, hydration & redox @ varied pH) 

DG2 = DG(Al) + DG(S) +4DG(O) -DG(H) 

 

DG2 (pH 2) -12.45; For total add -1.71 + 16.41 -11.56 = + 3.14 eV @ pH 2 

DG2 (pH 5) -10.35; For total add -1.71 + 16.41 -8.14 = + 6.56 eV @ pH 5 

This is not a favorable cycle. 

 

S1.1.2. Partially Dehydrated (dehyd) Kaolinite 

Step 1: Adsorption of SO3 on dehydrated kaolinite 

dehyd-Kaolinite + SO3 → dehyd-Kaolinite-SO3 

Eads: -3.05 eV 

(Forms SO4 bonded to surface; no proton transfer; all neutral molecules - No need for 

Solvent-Ion Model here) 

 

Step 2: Ion Release  

DG1 (DFT, making and breaking bonds) 

a) dehyd-Kaolinite-SO3 (dK-S) → defect-dehyd-kaolinite (d-dK-1) + Al(s) + S(S) +2 O2 (g) 
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DG2 (Experiment, hydration & redox) 

b) Al(s) → Al3+
(aq) + 3e- 

c) S(s) + 4 H2O(l) → SO4
2-

(aq) + 8H+ + 6e- 

d) 2 O2(g) + 8 H+ + 8 e- → 4 H2O(l) 

 

Step 2 DGtot: Add a) to d), get:  

dK-S → dd-K-1 + Al3+ + SO4
2- + 1e- 

 

Step 3: Surface Healing 

DG1 (DFT, making and breaking bonds) 

e) defect-dehyd-kaolinite (d-dK-1) + 1/2 H2(g) →  healed defect dehyd-Kaolinite (hd-dK) 

 

DG2 (Experiment, hydration & redox) 

f) H+ + 1e- → 1/2 H2 (g) 

 

Step 3 DGtot: add e) and f) to get:  

d-dK-1 + H+ + 1e- →  hd-dK 

 

Total Cycle: 

Add DGtot of Step 2 & Step 3: 

dK-S → dd-K-1 + Al3+ + SO4
2- + 1e- 

dd-K-1 + H+ + 1e- →  hd-dK 

----------------------------------------------- 

dK-S + 1H+ → hd-dK + Al3+ + SO4
2- 

 

DG1 (DFT, making and breaking bonds) 

dE = E(h-dK) -E(K-S) + E(Al) + E(S) + 4E(O) – E(H) = +16.46 eV 

Add ZPE-TDS = +0.22 eV for change in 1 O-H on surface, so DG1 = +16.68 eV 
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DG2 = DG 0SHE – ne(eUSHE) -2.303 nH+ kBT pH + kBT ln a(HxAOy
-z) 

 

DG2 (Experiment, hydration & redox @ varied pH) 

DG2 = DG(Al) + DG(S) +4DG(O) -DG(H) 

 

DG2 (pH 2) -12.45; For total add -3.05 + 16.68 -11.56 = +2.06 eV @ pH 2 

DG2 (pH 5) -10.35; For total add -3.05 + 16.68 -8.14 = +5.49 eV @ pH 5 

This is not a favorable cycle. 

C.1.1.3. Metakaolin 

Step 1: Adsorption of SO3 on metakaolin 

Metakaolin + SO3 → Metakaolin-SO3 

Eads: -3.84 eV 

(Forms SO4 bonded to surface; no proton transfer; all neutral molecules - No need for 

Solvent-Ion Model here) 

 

Step 2: Ion Release  

DG1 (DFT, making and breaking bonds) 

a) Metakaolin-SO3 (M-S) → defect-Metakaolin (d-M-1) + Al(s) + S(S) +2 O2 (g) 

 

DG2 (Experiment, hydration & redox) 

b) Al(s) → Al3+
(aq) + 3e- 

c) S(s) + 4 H2O(l) → SO4
2-

(aq) + 8H+ + 6e- 

d) 2 O2(g) + 8 H+ + 8 e- → 4 H2O(l) 

 

Step 2 DGtot: Add a) to d), get:  

M-S → d-M-1 + Al3+ + SO4
2- + 1e- 

 

Step 3: Surface Healing 

DG1 (DFT, making and breaking bonds) 

e) defect-Metakaolin (d-M-1) + 1/2 H2(g) →  healed defect Metakaolin (hd-M) 
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DG2 (Experiment, hydration & redox) 

f) H+ + 2e- → 1/2 H2 (g) 

 

Step 3 DGtot: add e) and f) to get:  

d-M-1 + H+ + 1e- →  hd-M 

 

Total Cycle: 

Add DGtot of Step 2 & Step 3: 

M-S → d-M-1 + Al3+ + SO4
2- + 1e- 

d-M-1 + H+ + 1e- →  h-dM 

----------------------------------------------- 

M-S + 1H+ → h-dM + Al3+ + SO4
2- 

 

DG1 (DFT, making and breaking bonds) 

dE = E(h-dK) -E(K-S) + E(Al) + E(S) + 4E(O) – E(H) = +13.80 eV 

Add ZPE-TDS = +0.22 eV for change in 1 O-H on surface, so DG1 = +14.02 eV 

 

DG2 = DG 0SHE – ne(eUSHE) -2.303 nH+ kBT pH + kBT ln a(HxAOy
-z) 

 

DG2 (Experiment, hydration & redox @ varied pH) 

DG2 = DG(Al) + DG(S) +4DG(O) -DG(H) 

 

DG2 (pH 2) -12.45; For total add -3.84 + 14.02 -11.56 = - 1.38 eV @ pH 2 

DG2 (pH 5) -10.35; For total add -3.84 + 14.02 -8.14 = +2.05 eV @ pH 5 

This is a favorable cycle at low pH (pH < 3.48) 
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C.2 XPS Data Collection 

An overview of the collected XPS spectra is found below. Pass energy used was 20 eV. A 

total of forty scans were taken per peak analyzed, including Al 2p and Si 2p. Two samples 

were measured for each condition. The average is reported, with the error term representing 

one standard deviation. The peaks were calibrated using the C 1s peak at 284.8 eV. Survey 

spectra in the following pages show the absence of S 2p peaks in all samples studied. If 

present, S 2p would be located at 164 eV. 

 

Table C.1. Kaolinite XPS data showing relative wt.% of Al 2p and Si 2p, and their 

respective binding energies (eV). 

 
 

Al (wt.%) Si (wt.%) Al (eV) Si (eV) 

Ref - Site 1 41.68929 58.31071 74.45 102.8 

Ref - Site 2 41.45482 58.54518 74.55 103 

pH 6 - Site 1 40.24474 59.75526 74.55 102.9 

pH 6 - Site 2 41.36778 58.63222 74.55 102.95 

pH4 - Site 1 40.41201 59.58799 74.8 102.75 

pH 4 - Site 2 40.8082 59.1918 74.6 102.5 

pH 2 - Site 1 40.70475 59.29525 74.65 103.05 

pH2 - Site 1 39.47859 60.52141 74.85 103.1 

pH 0 - Site 1 38.85189 61.14811 74.75 102.95 

pH0 - Site 2 39.14309 60.85691 74.8 103.1 
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Table C.2. Metakaolin XPS data showing relative wt.% of Al 2p and Si 2p, and their 

respective binding energies (eV). 

 
 

Al (wt.%) Si (wt.%) Al (eV) Si (eV) 

Ref - Site 1 41.72843 58.27157 74.9 102.8 

Ref - Site 2 42.46913 57.53087 74.8 102.85 

pH 6 - Site 1 39.32512 60.67488 74.85 102.8 

pH 6 - Site 2 40.08289 59.91711 74.75 102.65 

pH4 - Site 1 38.39684 61.60316 74.75 102.7 

pH 4 - Site 2 39.4137 60.5863 74.75 102.75 

pH 2 - Site 1 31.75974 68.24026 74.6 102.65 

pH2 - Site 1 32.80333 67.19667 74.6 102.7 

pH 0 - Site 1 21.20421 78.79579 75.1 103.2 

pH0 - Site 2 22.79781 77.20219 74.85 103.1 
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Table C.3. Kaolinite survey spectra, showing O KLL, O 1s, O 2s, C1s, Al 2s, Al 2p, Si 2s, 

and Si 2p. 

Sample – Site 1 Sample – Site 2 

pH 7 

 

pH 7 

 

pH 6 

 

pH 6 

 

pH 4 

 

pH 4 

 

pH 2 

 

pH 2 
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pH 0 

 

pH 0 

 

 

 

Table C.4. Metakaolin survey spectra, showing O KLL, O 1s, O 2s, C1s, Al 2s, Al 2p, Si 

2s, and Si 2p. 

Sample – Site 1 Sample – Site 2 

pH 7 

 

pH 7 

 

pH 6 

 

pH 6 

 

pH 4 

 

pH 4 
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pH 2 

 

pH 2 

 

pH 0 

 

pH 0 

 

 

C.3 XPS Analysis Depth Estimation  

The inelastic mean free path (𝜆) in nm could be estimated using the following universal 

relationship in Seah and Dench, 1979: 

λ =
143

𝐸2
+ 0.054 × √𝐸 

 

where E is the electron energy in eV. Knowing that the accelerating voltage of the 

instrument is 1400 eV, the kinetic energy of the electrons ejected could be approximated 

as 1301 eV for Si 2p (1400 eV – 99 eV) and 1327 eV for Al 2p (1400 eV – 73 eV). These 

values result in 𝜆 ≈ 2 nm. 

 

The analysis depth (d) could then be estimated using the following relationship, as the take-

off angle of the analyzed electrons (𝜃) was 45° in our analysis.  

𝑑 = λ × sin(θ) 

Following these calculations, the analysis depth was estimated to be 1.4 nm. 
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C.4 Additional Figures of Kaolinite Dehydration Process 

Figure C.1 below compares the top-down view of the three surfaces (kaolinite, partially 

dehydrated kaolinite, and metakaolin) along the [001] axis. The hydroxyl (-OH) group 

removed in each dehydration step is circled in orange, and the proton removed is circled in 

pink.  

 

 

Figure C.1. Top-down view of the three surfaces highlighting the hydroxyl groups 

(orange circles) and protons (pink circles) removed in each dehydration step. 

 

C.5 Surface-Adsorbate Interfaces 

Figures C.2 and C.3 below depict the relaxed surface-adsorbate interfaces not provided in 

the text or in Heimann et al., 2021. All figures were generated using XCrySDen (Kokalj, 

2003). 
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Figure C.2. a) Partially dehydrated kaolinite-SO2 interface. b) Partially dehydrated 

kaolinite-H2SO3 interface. 

 

 

  

Figure C.3. a) Metakaolin-H2SO3 interface. b) Metakaolin-SO3 interface. c) Metakaolin-

SO2 interface. 
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A p p e n d i x  D  

SYNTHESIS AND CHARACTERIZATION OF LUSTER GLAZES AND 

PORCELAIN FROM MEISSEN 

The contents of this Appendix are also presented in “Nanoscale engineering of gold particles 

in 18th century Böttger lusters and glazes” by C. S. Chari, Z. W. Taylor, A. Bezur, S. Xie and 

K. T. Faber, which was published in the Proceedings of the National Academy of Sciences 

in 2022 [1]. C. S. Chari led the experimental portion of the work on the reproductions. A. 

Bezur led the experimental portion of the work on the historic samples, with assistance from 

S. Xie. Faber supervised all experimental work. In addition, Z. W. Taylor led the theoretical 

portion of the work, supervised by Faber and co-supervised by Chari. Chari, Faber, and Bezur 

were involved in designing the work. All authors were involved in preparing the manuscript. 

D.1 Comments on Composition of Base Böttger Glaze in Historic Meissen Samples 

It should be noted from Table 6.1 that the measured compositions of the Böttger glaze have 

calcium concentrations much lower than expected based on previous reports by Kingery and 

Vandiver [2]. In fact, the measured composition of the Böttger glaze is close to the 

composition that was previously reported for Böttger porcelain [2]. There are two possible 

causes for this. First, it could be argued that no high-temperature base glaze layer between 

the lead glaze layer and the porcelain substrate exists in this particular piece, and that the 

lead-rich glaze might have been applied directly onto Böttger porcelain in this specific 

sample. Second, the measured composition of the Böttger glaze could imply a diffuse 

interface between the Böttger glaze and porcelain substrate, showing a combination of both 

layers. This diffuse interface would arise if the Böttger glaze was applied to a previously 

bisque-fired porcelain substrate, which interacts with the glaze during the porcelain firing 

step. With higher calcium content, the glaze layer melts more readily, and this flux with high 

mobility acts to homogenize the composition of the glaze and further influence the 

composition in the upper portion of the porcelain. 
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D.2 Böttger Porcelain and Böttger Glaze Reproduction 

The recipes for Böttger porcelain and the base Böttger glaze were established from 

stoichiometries reported by Kingery and Vandiver [2]. Tiles of Böttger porcelain were 

created by preparing a water-based slurry of 40.30 g kaolinite, 3.45 g feldspar (both K-rich 

sanidine and Na-rich oligoclase could be used), 3.65 g calcium carbonate, and 2.60 g quartz 

suspended in 45 g of deionized water. The proportions of each material were chosen to match 

the oxide composition of Böttger porcelain from previous studies [3]. The oxide composition 

of our porcelain recreation can be found in Table D.1. Referring to Kingery and Vandiver’s 

cited work, Böttger porcelain is shown to be at the dividing line of two different phase fields: 

mullite plus liquid, and mullite plus silica plus liquid. Adding small amounts of alkali from 

the addition of lime and feldspars can extend the liquid region, lowering the firing 

temperature to 1350 °C. Once mixed, the slurry was cast into tiles and dried thoroughly in 

air. Samples were then bisque fired at 900 °C for one hour in air with a ramp rate of 2 °C/min 

before applying the base glaze, known as the Böttger glaze.  

 

Table D.1. Böttger Porcelain Body Composition in wt.% 

  Al2O3 SiO2 CaO Na2O K2O Other* 

Bezur [4] 34.8 56 6.6 0 1.5 1.1 

Schulle [3] 33 61 4.8 0.2 0.1 0.9 

Reproduction Raw Materials (SEM-EDX)** 35.8 56.4 5.1 0.8 1.8 0.1 

Reproduction After Firing (SEM-EDX)** 33.6 56.6 5.6 0.8 2.3 1.1 

 

*Other includes traces of oxides of Fe, Cr, Ti, P 

**Na & Ca-rich feldspar used in raw materials 
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Table D.2. Böttger Glaze Composition in wt.% 

  Al2O3 SiO2 CaO Na2O K2O Other* 

Historic Böttger Glaze  

- Top (STEM-EDX) 18.8 78.4 2.2 0 0.6 0 

 

Historic Böttger Glaze  

- Bottom (STEM-EDX) 20.7 76.2 2.6 0 0.34 0.16 

 

Kingery [2] 14 62 24 unknown unknown 0 

 

Reproduction After Firing (SEM-EDX)** 14.9 60.2 18.3 0.5 1.1 5 

 

*Other includes traces of oxides of Fe, Cr, Ti, P 

**Na & Ca-rich feldspar used in raw materials 

 

The composition of the base glaze was initially chosen based on previous experiments by 

Kingery and Vandiver [2], and can be found in Table D.2. However, small quantities of 

feldspar were also added to increase the flow characteristics of the glaze, and to better match 

the glassy phase of the porcelain body. To make the base glaze, a slurry of 7.50 g kaolinite, 

0.60 g feldspar, 8.50 g calcium carbonate, and 9 g quartz was suspended in 20 g of deionized 

water and applied to the bisque-fired porcelain. The glazed piece was then fired for 2 hours 

at 1350 °C in air with a ramp rate of 2 °C/min. The thickness of the Böttger glaze layer varied 

from 450 µm to 200 µm and did not appear to affect the color or luster of the reproductions. 

The base glaze exhibited a smooth finish with no visible cracks after being applied to the 

porcelain and fired, indicating compatible thermal expansion coefficients between the two 

layers. 
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Figure D.1. Layered composition of reproduction: a) SEM image of cross-sectioned 

reproduction showing both the base Böttger glaze and lead-rich glaze, b) EDX mapping 

of several elements in cross-sectioned purple lusterware reproduction, c) XRD patterns 

of reproductions indicating the presence of 3Al2O3.2SiO2 (●), silica (■), aluminosilicate 

(○), Au nanoparticles (×). 

Cross-sections of the samples were examined using scanning electron microscopy, as shown 

in Figure D.1a, and the oxide compositions of the reproduced Böttger porcelain, Böttger 

glaze and lead-rich luster layers were calculated based upon EDX elemental mapping. The 

full oxide composition of our reproductions can be found in Table D.1 and Table D.2. The 

base Böttger glaze shown in Figures D.1b is rich in silicon, aluminum, oxygen and calcium. 

X-ray diffraction patterns of the base glazed porcelain, seen in Figure D.1c, show an 

amorphous pattern due to the glassy nature of this Si-rich glaze. In contrast, the X-ray 

diffraction patterns of the unglazed Böttger porcelain body confirmed that the hard-paste 

porcelain contained acicular mullite (3Al2O3.2SiO2) and quartz grains in a glassy matrix, as 

well as Ca-rich aluminosilicates expected in early Böttger porcelain. The acicular crystals 

are a product of decomposing metakaolin and feldspars at temperatures over 1000 °C. 

Interlocking mullite crystals can be seen emerging from the porcelain body, at its interface 

with the base Böttger glaze in Figure D.1b. 



135 
 

D.3 Role of Alkali Ions in Luster Forming Step 

Two different types of feldspars were used to produce the lead glazes: Na- and Ca-rich 

oligoclase (Key Stone, South Dakota, USA) and K-rich sanidine (Custer, South Dakota, 

USA). The oxide compositions of the two sets of glazes are found in Table D.3. The 

similarities between samples made with K-rich feldspar and those made with Na and Ca-rich 

feldspar reveal important information on how the gold ions diffuse into the luster glaze. 

Previous investigations of lusterware made from Ag and Cu nanoparticles argue that an ion 

exchange mechanism is required to form a luster layer, between alkali ions found in the glaze 

(Na+ and K+) and the metal cations applied to the surface of the glaze [5–7]. Such studies 

suggest that similarities in the diffusivities between Cu+ and K+, and between Ag+ and Na+, 

cause the ion pairs to couple together, facilitating the diffusion of the metal ions into the 

glaze. The current study is the first detailed investigation of lusterware produced by gold 

nanoparticles. Thus, it is important to examine whether an ion exchange mechanism between 

gold ions and K+ is preferred over Na+, or vice versa. The optical similarities between 

samples made with K-rich feldspar and those made with Na and Ca-rich feldspar, seen in 

Figure D.2, suggest that both alkali ions are similarly involved in this luster-forming, ion 

exchange mechanism with gold ions. From our observations, there is no clear preference for 

one alkali ion over the other. 

 

Figure D.2. Photographs of luster glaze reproductions made with K-rich feldspar and Na 

& Ca-rich feldspar, shown at different angles. The three iterations of glazes are included 

for both feldspars used: Baseline, High Ca/K and High Pb. 
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Table D.3. Raw compositions (wt.%) of lead-rich glaze reproductions made with different 

feldspars  

 

 

D.4 Comments on ImageJ Measurements and Error Analysis 

ImageJ was used to establish the particle sizes and particle separation distances shown in 

Figures 6.2c,d and 6.3c,d. A total of 684 nanoparticles were measured for Böttger luster 

distributions, and a total of 319 nanoparticles were measured for Purple of Cassius 

distributions. Repeated measurements of the same nanoparticle will give approximately the 

same results, with some fluctuations. In this study, those error terms were neglected for the 

sake of clarity. The reported standard deviation is simply the standard deviation of all 

nanoparticle radii. 

There exist two other sources of bias within the system. The first is that for the very smallest 

nanoparticles (and this is particularly true with the Purple of Cassius glaze samples), the 

STEM images begin to pixelate, discretizing the measurable radii at the smallest scales; 

hence the “jagged” and chaotic structure of the nanoparticle radii distribution of the Purple 

of Cassius glaze shown in Figure 6.3a’s inset. The second source of bias is the implicit 

  Al2O3 SiO2 CaO Na2O K2O PbO K/Na 

Na & Ca-rich Feldspar Baseline 5 40.8 6.8 1.2 0.2 46 0.17 

Na & Ca-rich Feldspar  

High Ca/K 4.2 39.5 8.4 2.3 0.1 45.5 0.04 

Na & Ca-rich Feldspar  

High Pb  1.9 36.6 3.2 0.7 0.1 57.5 0.14 

K-rich Feldspar  

Baseline  5 40.6 6.5 0.2 1.9 45.8 9.5 

K-rich Feldspar  

High Ca/K 4.4 39 7.9 0.3 3.1 45.3 10.33 

K-rich Feldspar  

High Pb 1.9 36.5 3.1 0.1 1.1 57.3 11 
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assumption that the nanoparticles are (a) perfectly spherical and (b) exactly bifurcated into 

two hemispheres by the STEM image: (a) was addressed primarily by attempting to fit an 

ellipsoid of equivalent area to the nanoparticles, which will act as its own source of error, but 

that error should be unbiased as it both over- and under-estimates true measurements; (b) 

assumes then that each circular image of a nanoparticle in the STEM image represents the 

entire nanoparticle so that the radius calculated from the area is equivalent to the true radius 

of the sphere. Realistically, a random cut through a nanoparticle will sometimes give a cross-

section smaller than the diametric cross-section, so the measured radius will accordingly be 

smaller than the true radius. The result will be that we systematically underestimate 

nanoparticle radii. That being said, this statistical underestimation will evolve to a scale-

invariant multiplicative pre-factor that will be constant across samples and nanoparticles, so 

Purple of Cassius glaze and Böttger luster can be directly compared “apples-to-apples” and 

the true shape of their nanoparticle radii distribution will likewise be unaffected (simply 

stretched by the same amount along the x-axis). 

D.5 Comments on Thin-film Interference Effects 

Nanoparticles located near the surface of the glazes may also give rise to thin-film 

interference, which is analogous to the coloration of oil on water [8,9]. Like diffraction from 

a particle array, this phenomenon can also result in iridescence. Thin-film interference effects 

were investigated in our simulations, where an approximation was made to treat the layer of 

discrete nanoparticles as a homogenous layer for treatment by thin-film interference models. 

The Maxwell-Garnett approximation volume-averaged the optical properties of the 

nanoparticles, using literature values for gold and mullite-like media [10]. With this 

assumption, Hirayama’s ray-based model for multilayer thin-films, later adapted by Reillon, 

was applied to obtain a predicted normal-incidence reflectance spectrum based on 

nanoparticle layer thickness and density [8,9]. This spectrum was then visualized through 

CIE 1931 XYZ color matching functions available in Mathematica [10–12]. Our simulations 

established that the concentrated layer of gold nanoparticles near the surface of the glaze did 

not contribute to thin-film interference. Such a high-density gold layer is incapable of 

creating a purple coloration except at ~10 nm layer thickness using experimentally measured 

optical properties and several models [8–10,13,14]. 
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